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We observe the continuous emission of photons into a waveguide from a superconducting qubit without
the application of an external drive. To explain this counterintuitive observation, we build a two-bath
model where the qubit couples simultaneously to a cold bath (the waveguide) and a hot bath (a secondary
environment). Our results show that the thermal-photon occupation of the hot bath is up to 0.14 photons,
35 times larger than the cold waveguide, leading to nonequilibrium heat transport with a power of up to 132
zW, as estimated from the qubit emission spectrum. By adding more isolation between the sample output
and the first cold amplifier in the output line, the heat transport is strongly suppressed. Our interpretation
is that the hot bath may arise from active two-level systems being excited by noise from the output line,
and that the qubit coherence can be improved significantly by suppressing this noise. We also apply a
coherent drive, and use the waveguide to measure thermodynamic work and heat, suggesting waveguide
spectroscopy is a useful means to study quantum heat engines and refrigerators. Finally, based on the
theoretical model, we propose how a similar setup can be used as a noise spectrometer which provides a

solution for calibrating the background noise of hybrid quantum systems.

DOI: 10.1103/PRXQuantum.3.020305

I. INTRODUCTION

Over the past 20 years, superconducting qubit coher-
ence times have increased from less than 1 ns to more
than 1 ms [1-4]. Many studies have shown that such coher-
ence times are limited by two-level systems (TLSs) [5—7]
and that quasiparticles can also contribute [8—11]. More-
over, excessive thermal population of a qubit, arising from
nonequilibrium quasiparticles, has been observed exten-
sively, with effective temperatures in the range 30-200
mkK [12—14]. More recently, ionizing radiation due to high-
energy cosmic rays and radioactive decay has been shown
to reduce qubit coherence [15—17]. Therefore, isolating
superconducting qubits from all possible sources of noise
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will be crucial for realizing fault-tolerant superconducting
quantum computers [16,18,19].

In addition, in the field of quantum thermodynamics,
alongside the study of quantum heat engines [20—23] and
refrigerators [24,25], steady-state heat flows, mediated by
phonons or photons, have been investigated in solid-state
circuits [26], nanostructures [27,28], and superconducting
circuits [29,30]. More recently, the potential for significant
quantum effects was introduced into such studies in the
form of a superconducting qubit coupled to cavities [31—
35]. In particular, a heat valve for energy transfer between
two artificial heat baths constructed from resonators has
been realized, where the transferred power was obtained
indirectly from the temperature difference between the two
baths which is measured by thermometers [34,36]. The
direct coupling of a qubit to a waveguide, a setting known
as quantum electrodynamics (QED) [37,38] has been sug-
gested as a platform for studies in thermodynamics [39],
but has not yet been extensively explored experimentally.

Moreover, even though numerous studies in circuit
QED imply the presence of nonequilibrium processes (i.e.,
multiple environments at different temperatures), often
due to quasiparticles [8—11], experimental results directly
demonstrating and characterizing intrinsic nonequilibrium

Published by the American Physical Society


https://orcid.org/0000-0002-7028-8316
https://orcid.org/0000-0001-7873-0773
https://orcid.org/0000-0002-2534-3021
https://orcid.org/0000-0001-5264-4025
https://orcid.org/0000-0003-3682-7432
https://crossmark.crossref.org/dialog/?doi=10.1103/PRXQuantum.3.020305&domain=pdf&date_stamp=2022-04-07
http://dx.doi.org/10.1103/PRXQuantum.3.020305
https://creativecommons.org/licenses/by/4.0/

YONG LU, et al.

PRX QUANTUM 3, 020305 (2022)

processes are lacking. Waveguide QED, in particular, is
promising for analyzing nonequilibrium processes as it
avoids the problem inherent in circuit QED for such stud-
ies, where the resonator, far detuned from the qubit fre-
quency, may filter out the noise mechanism that we are
interested in.

In general, in contact with a single environment, and
without driving, a quantum system reaches equilibrium
with its environment after a long cooling time, and in this
steady state there should be no net heat flow from the
system to the environment. However, in this work, even
though our quantum system, consisting of a superconduct-
ing qubit coupled to a waveguide (which can be regarded
as an continuous many-mode environment), was cooled
for 1 month at the 10 mK stage of a dilution refrigerator,
we nevertheless observed continuous steady-state nonequi-
librium emission from the qubit into the waveguide. We
attribute this effect to thermal excitation of the qubit by
an additional intrinsic hot environment. The qubit we use
was intentionally engineered to have a small decay rate
into the waveguide, so that the thermal spectrum from the
qubit emission due to the additional hot bath is observ-
able. By the use of a theoretical model, we characterize
this hot environment and investigate its potential origin.
We also show how the qubit emission spectrum and reflec-
tivity can be used to measure the heat and work rates (the
latter in the presence of a coherent drive). Finally, based on
our analysis of the nonequilibrium process in our exper-
iment, we propose a noise spectrometer operating in the
quantum regime which would enable us to investigate the
environment noise over a broad frequency range.

II. SYSTEM AND MODEL

To model our experiment, we introduce a two-bath
model where the qubit is simultaneously coupled to a
cold (radiative) waveguide bath and a hot auxiliary (non-
radiative) environment. Thus, “radiative” refers to energy
exchanged with the waveguide, which is observable at
the waveguide output, and “nonradiative” refers to the
fact that energy exchanged with the auxiliary environment
that is not directly observable. We also include a coherent
drive, at frequency w,, through the waveguide in the sys-
tem. Thus, we have a qubit and two bosonic environments
described by the Hamiltonian

H=H,+H +H, (1)
with

H, A +S2 2

h - 20.2 20.)(5

where the qubit Hamiltonian is in the rotating frame with
A =w, —wo and Q as the probe strength. The radia-
tive (waveguide) Hamiltonian H, and the nonradiative bath

Hamiltonian H,, including couplings to the qubit (under
the rotating-wave approximation), are given by

H
El - Z wk’iaz’iak”’ + ng’i (G*alt,i + U+ak,i) , (3)
k k

where gi; is the coupling strength to mode % in envi-
ronment i € {r,n} at frequency wy;, ak,,'(a,z,i) is the cor-
responding annihilation (creation) operator of the mode,
and o_ (o) is the lowering (raising) operator of the qubit.
Hereafter, we treat both environments under the standard
Born-Markov secular (BMS) approximations [40], and use
this model to fit the single-tone spectroscopy and power
spectrum. Under the BMS approximation (Appendix D),
we define I', and I',, as the radiative and the nonradiative
decay rates, respectively, and #, and », as the thermal occu-
pations at temperatures 7, and 7T}, respectively, for the two
baths. A corresponding explanatory diagram is shown in
Fig. 1(a), where we also illustrate that the hot bath is poten-
tially from TLSs excited by high-frequency noise from the
waveguide via a nonlinear process, as discussed further in
the following.
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FIG. 1. Sketch of the experimental setup. (a) Schematic show-
ing how the two-level artificial atom (]0) and |1) are the corre-
sponding ground and excited states of the atom) absorbs energy
from the hot TLS bath surrounding the atom, where the hot
bath is heated by high-frequency noise from the waveguide
with an unknown coupling strength between the bath and the
waveguide Ty, (yellow arrows). Therefore, the excited atom
emits photons to the cold waveguide (red arrows). We have T,
and I',, as the emission rates of the atom into the waveguide
and the nonradiative bath, respectively. (b) False-color micro-
graph of the superconducting circuit realizing the setup in (a):
a transmon qubit consisting of a cross-shaped superconducting
island shunted by a superconducting quantum interference device
(SQUID) capacitively coupled to a microwave coplanar waveg-
uide (blue). The inset shows a close-up of the SQUID. Further
details on the measurement setup are given in Appendix A.
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Our device is a frequency-tunable transmon-type artifi-
cial atom [41] coupled to a one-dimensional (1D) semi-
infinite waveguide, terminated by an open end, acting as a
mirror in Fig. 1(b) [42—44]. We operate the qubit at the 10
mK stage of the mixing chamber of the dilution refrigera-
tor at its maximum frequency wg; /27w ~ 5.5 GHz, where
the qubit is flux-insensitive to first order, thus minimizing
the pure dephasing rate.

II1. QUBIT SPECTROSCOPY AND POWER
SPECTRUM DENSITY

We first characterize our qubit by single-tone spec-
troscopy where we send a weak coherent tone to the qubit
(2 « T'}) and then measure the coherent reflection coeffi-
cient 7. Sweeping the probe frequency across the resonance
of the qubit we observe that the reflection coefficient shows
a dip in the amplitude [Fig. 2(a)] and a 7w phase shift
[Fig. 2(b)]. According to input-output theory (Appendix
E) with two baths under a weak probe, the reflection
coefficient is

1-2I',/T
=1, L2200 4)
A+il,

where 'y = n,[', +n,.I,, T'y = (1 4+ 2n,)T, + (1 + 2n,)
Iy, and 'y =T'1/2+T'y. The pure dephasing rate I'y
can also be affected by the thermal excitation of the
third level of the transmon (Appendix H). By using Eq.
(4), we calculate the theoretical solid curves with I",.(1 —
2l /T)/2m =214 kHz and ", /2w = 147 kHz shown in
Fig. 2.

Without sending any signal from room temperature to
the sample, we observe a power spectral density (PSD)
emitted from the qubit into the waveguide, shown as blue
dots in Fig. 3(a) (more measurement details are presented
in Appendix A). The Lorentzian shape centered at the
qubit frequency indicates that the environment surround-
ing the qubit is hotter than the waveguide, and is causing
heat flow into the waveguide through the qubit. In order
to justify this statement, and fit the data, we use stan-
dard input-output theory for the output of the transmission

line bou(?) = bin(1) — i/T,0- (1), where bin(f) = fin() +
Q/24/T| includes thermal noise f;,(f) and the coherent
drive ©/24/T, for the cases when such applied. It is nec-
essary to take into account the fact that the thermal input
fin(?) to the waveguide can become correlated with the
qubit emission operator o_ (f) to evaluate the correct output
spectrum [45], given by (Appendix G)

how 0 , ,
S<w>=2—7j‘ dt e (bY (Dbt () w00y (5)

with

<bzut(t)bout(tj)) = 1_‘r (nr + 1) (0+(t)0_ (t/))

— Ty (o (D)o (D) + (] (Ofin(?))

i / iQ ; |2
7 {(o_( ))+7<0+())+ T

(6)

This expression is easily generalized to include more
levels within the artificial atom. Importantly, if we
define the Fourier transforms of the first two terms of
Eq. (6), 5] (w) = [ dt (o (o_(£))e™™" and s, (w) =
[ dt (o (Yo (H))e™™', then the limited detailed bal-
ance that arises for a qubit coupled to a single BMS
environment, e.g., the waveguide, tells us that s, () =
efrotst(w), where B, = 1/kpT,, and kg is the Boltzmann
constant. Hence, in equilibrium situations (no drive and no
additional environment H,), the first two terms in Eq. (6)
cancel, resulting in S(w) = 0.

Explicitly evaluating the correlation functions for the
qubit using our two-bath master equation [omitting both
delta-function coherent contributions [46] and the back-
ground thermal black-body spectrum of the transmission
line in Eq. (6)], we find the thermal spectral density output
(2 = 0) is given by

w) = hwy — —————,
th Mo (Sa)gl + F%

FIG. 2. Weak-power spectroscopy

under a coherent drive: (a) magni-
tude and (b) phase response of the
reflection coefficient r as a function of
the probe detuning. Blue dots are the
experimental data with the red solid
curves calculated from Eq. (4).
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Thermal spectrum. (a) Power spectral density (PSD) of the output field where the results with and without a strong drive are

Son and Sy, respectively. Units are yW/Hz=10"2* W/Hz and S = 27S(w). The solid curves are the corresponding fits to Eqgs. (7) and
(8). The Rabi frequency used for Sy, on the [0) <> |1) transition is 2 /27 = 8.8 MHz. (b) PSD from Autler-Townes splitting. The solid
curve is calculated from theory. In both (a) and (b), dots are from the experimental data. The Rabi frequency used for the drive on the
[1) <> |2) transition is /27 = 1.5 MHz. Note that the PSD in (a) is subtracted by the background when tuning the qubit frequency
away through the external magnetic flux, whereas in (b) the PSD is the difference between the thermal spectra with and without the

drive on the |1) <> |2) transition.

where An = n, —n, and dwy; = w — wy;. In Eq. (7), we
find that Sy, (w) = 0 if n, = n,, as expected from detailed
balance. Without the additional nonradiative bath to ther-
mally excite the qubit, we would not observe a thermal
response (even in the presence of thermal input to the
transmission line). As shown in Fig. 3(a), Su(w) # 0
in the experiment, which implies that the waveguide
and the bosonic bath surrounding the qubit are not in
equilibrium. Fitting Eq. (7) to the data in Fig. 3(a)
gives I',T,An/(2nT1) = 5.6 £ 0.2 kHz corresponding to
a transported power f_oooo St(w)dw = 132 £ 5 zW with the
given I', value from the reflection-coefficient measure-
ment. We note that in the on-resonance case with I', >
Iy, Ty, Eq. (7) becomes Sy(w) ~ 2hwoi I An/(xT,).
Therefore, the value of Sy, (w) will be suppressed when T',.
is much larger than I';,, making it difficult to measure the
thermal spectrum.

We also send a strong drive on resonance with the qubit
(/27 ~ 8.8 MHz > I'}), where such a large Rabi fre-
quency ensures that there is no overlap between the side-
bands and the center of the Mollow-triplet PSD [47,48].
For the middle peak from the elastic scattering, we have

Son(®) = hwy — (3)

By fitting the data with the drive on [black dots in
Fig. 3(a)], we obtain ', /27 = 227 + 4 kHz and I", /27 =
143 + 4 kHz. Compared with Eq. (7), the height of this
spectrum is mostly independent of the thermal occupation
difference An, due to the saturation of the first excited
state.

IV. HEAT TRANSPORT AND WORK

Another straightforward way to evaluate the heat trans-
port between the two baths is to measure the lost power
Pioss due to the nonradiative decay. Shown as black in
Fig. 4(a), we find that when the coherent drive is weak,
the thermal noise dominates the qubit dynamics. There-
fore, the qubit absorbs photons from the hot bath and
then decays into the cold waveguide with a higher prob-
ability compared with the overall emission back into the
hot bath, resulting in a negative lost power. When we
increase the photon-flux occupation in the waveguide by
increasing the drive intensity, the absolute value of Pjog
is reduced. At Qgqpi/27 & 95 kHz, we see that equilib-
rium is reached, with zero lost power. However, beyond
this value, the waveguide occupation becomes larger than
the nonradiative environment. Thus, the qubit is excited by
the photons in the waveguide and then dissipates into both
environments via nonradiative decay. By increasing the
drive intensity further, the qubit is saturated, with the pop-
ulation reaching the maximum value of 0.5 in the steady
state. Therefore, Pioss = Pin — Pscatter ~ hwo1 (I',,/2) where
Pycater includes both incoherent and coherent scattering
from the qubit and the mirror. Theoretically, the lost power
is given by

Pioss = ot (bybin) = (bhubour)

out

2

o e 2208 o
Q7+ LI

By fitting Eq. (9) to the data using the values of I';

and I', extracted from the fit of Eq. (8), with Q cal-

ibrated by the Mollow-triplet (black solid curve), we

obtain I',/2mr = 55+3 kHz with An = 0.135 photons
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FIG. 4. Power loss, work, and heat. (a) The lost power Pjo as a function of the Rabi frequency (£2) of the drive with two and four
isolators. (b) The magnitude of the qubit emission as a function of Q2 of the drive with two isolators. (c) Work (W) performed and heat
(0) generated by the drive as a function of €2. In all panels, the stars are the experimental data and the solid curves are from theory,
where the green dots in (c) are from the difference between the values of the black stars in (c) and (a) according to Q, = Ploss — W.

and I'y /2w = 299 kHz. The transported power from the
hot bath is about 132 zW which is consistent with the
integral of the thermal spectrum in Fig. 3(a). Without
an external drive (2 = 0) with a large value of I',, Eq.
(9) becomes Pjyss & hwo ', which is independent of the
radiative decay, enabling the possibility of observing the
heat flow even when the radiative decay rate is much larger
than the nonradiative decay rate.

To obtain the temperature of the waveguide and the bath
separately, we combine the value of An with the result
from the reflection-coefficient measurement where we can
obtain the thermal population of the qubit p!" =T/~
2.86% from the extracted parameters. Consequently, we
obtain n, ~ 0.004, n, ~ 0.03 and n, ~ 0.139 correspond-
ing to 7, &~ 50 mK for the cold waveguide, 7, ~ 78 mK
for the qubit and 7, =~ 131 mK for the hot bath, respec-
tively. Therefore, we can obtain the value of I'y = (1 +
2n,)T, + (1 4+ 2n,)T, = 2w x 299 + 7 kHz which is very
close to 2I',, indicating that the pure dephasing rate I'y is
negligible at the flux sweet spot.

In order to make sure that the environment is not affected
when changing the external magnetic flux to tune the qubit
away from its maximum frequency, we send a strong drive
on the transition between the second and third levels of
the transmon, inducing an Autler-Townes splitting [49].
Then, we obtain the PSD subtracted from the reference
with the drive off, where we observe two peaks and one
dip [blue in Fig. 3(b)]. The two peaks are the thermal spec-
tra from the thermal emission of the dressed states when
a strong drive is applied on the |1) <> |2) transition. The
distance between these two peaks are twice of the corre-
sponding Rabi frequency: 22 &~ 27 x 3.0 MHz. When the
drive is off, as we discussed, we have a thermal spectrum
St at the undressed qubit frequency. Importantly, we have
a dip at that frequency when we subtract the data with the
drive off from the data with the drive on. We find that the
numerical result from the master equation [red in Fig. 3(b)]

matches well the data [blue in Fig. 3(b)] with parameters
[,/2m =227 kHz, T',/2nr =55 kHz, and An = 0.135.
These parameters agree fully with those extracted from the
power-loss measurements.

When we drive the qubit, the external field is doing
work on this single-atom quantum system. Defining Hy =
(hwo1/2)o, as the bare Hamiltonian which measures
the internal energy of the qubit, and H; = (h2/2)0, as
the drive Hamiltonian, the work performed on the qubit by
the coherent drive can be extracted [33,50] and it is defined
as (see also Refs. [51,52] for an alternative definition)

= hQN[i{o_)].

. hQ
W = Tr (=ilHo, Hilp} = =~ (o) (10)

Therefore, the work W only depends on the qubit coher-
ent emission (o_) with (0_) = i({(bowt) — (hin))/~/T». In
particular, when the drive is on resonance with the qubit
[see Eq. (D9)], it leads to W = ihQ(o_) = hQ2|(o_)|. We
obtain (o_) from the values of (b, and (b;,) which are
measured with and without the qubit by tuning the qubit
frequency. The results match well with theory [black in
Figs. 4(b) and 4(c)], where the work increases with the
drive intensity and then saturates around 3.2 aW due to
the saturation of the qubit.

In addition to the work, the heat from the waveguide
and the hot bath can be derived from O = Tr {H,L[p]} =
O, + O,, where L[p] is the dissipative part of the Liouvil-
lian for the interaction with both baths (Appendix D), and
0; = oo (Tinio—0) — Ti(m; + 1){o0-)) i € {n, 7). In
particular, we find from Eq. (6) that Qr = Ploss — W [blue
in Fig. 4(c)], where the negative values of Q, means that
the waveguide is heated up due to the qubit emission.
Interestingly, when the drive is off (¥ = 0), and in the
steady state (the change of the internal energy of the qubit
U=Tr {Hod:p()} = 0), the first law of thermodynam-
ics O, + 0, + W= U implies that we have 0, = —0,,
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indicating the heat exchange between these two baths,
consistent with what we observed.

In a separate cooldown, we observe that improving the
isolation between the sample and the first amplifier in our
chain (Appendix A) leads to a strong reduction in the
nonequilibrium heat flow, and a reduced thermal popula-
tion of the qubit [red stars in Fig. 4(a)]. This observation
suggests that the temperature of the nonradiative environ-
ment has been reduced, with I',,/27 = 53 £ 4 kHz, and
that the two baths are in thermal equilibrium without exter-
nal drive. Therefore, we have a reduced thermal population
of our qubit: pt ~ 0.4%. It is possible that noise from
the high-mobility electron transistor (HEMT) amplifier at
the 4K stage induces quasiparticles [53,54] or active TLSs
[11,55] where TLSs are typically located in the dielectrics
of the surfaces of the substrate and the Josephson junc-
tions, and possibly in the tunnel barrier of the Josephson
junctions.

Quasiparticles may, in principle, be generated from stray
thermal noise propagating to the sample from the output
line. These “hot” quasiparticles with energy higher than
Ag + hawg could excite the qubit [12,53,54], where A, is
the superconducting gap. However, from the thermal pop-
ulation of our qubit pit &~ 2.86%, we can infer that the
quasiparticle-induced nonradiative decay rate should be
Fop/2m ~ 84kHz > I, (see Appendix B), in conflict with
our observations. Moreover, if the excitation was domi-
nated by the quasiparticles, the value of ', should decrease
when we decrease the temperature of the hot bath which is
not the case in our experiment. Conversely, we do not see
a substantial increase either, as might be expected for a
purely TLS bath (see Appendix B). Thus, we believe our
hot bath is primarily from excited TLSs. In addition, we
have measured the total attenuation from the isolators and
the filters between the amplifier and the sample [Fig. 6(a)].
According to the attenuation, we find that at the qubit
frequency (wg; /2w =~ 5.5 GHz), the reduced noise temper-
ature is 34 mK [Fig. 6(b)], less than the measured qubit
temperature 7, = 78 mK. This implies that the hot bath is
activated by noise at higher frequencies. In Ref. [56] it is
shown that the first transistor in the amplifier is overheated
to temperatures of tens of kelvin which will generate high-
frequency noise up to several hundred gigahertz. At those
frequencies, filters and isolators may become more trans-
parent and this is the likely source of radiation that heats
up the bath of TLSs (see Appendix C for a detailed discus-
sion). We also point out that our model makes it possible
to study the energy exchange between “hot” quasiparticles
and a cold waveguide, if the waveguide is cold enough (see
Appendix B).

V. NOISE SPECTROMETER

Based on the model we developed here, we propose that
our study also enables the construction of a practical noise

spectrometer. In detail, we could engineer two waveguide
channels coupled to the qubit, similar to the setup in Refs.
[57,58], but with equally strong coupling on both sides
with I'y = 2I", (I, > T',). One channel, acting as a probe,
could be used for inputting noise while the other, acting as
a detector, is for measuring the noise PSD. In this setup, the
noise can be very well isolated from the detection channel
because the direct capacitive coupling between the probe
and detection channels can be designed to be extremely
small [57,58].

In this scenario, the thermal spectral density in Eq. (7)
becomes

I I'An

Sih(w) = hw —_—
th (@) 015 S0k, + 12

(11

where An = ny, — n,, with ny, (n,), the temperature of the
probe (detection) channel. We note that Eq. (8) is still
valid. Thus, we can evaluate the value of An at the qubit
frequency according to An = Sy (@) /2Son () if Sty (w) and
Son(®w) are measured. Furthermore, by taking the integral
of the spectra, we have the powers Py, = hwo ', An/2 and
Pon = hwo T, /4 for Sy, and S,,, respectively. Therefore,
we obtain An = Py, /2P,,.

Compared with measuring the whole spectra, the sec-
ond method will reduce the measurement time by a factor
proportional to the number of data points in the spectra.
However, by observing the symmetry of the spectra, we
can check whether the bandwidth of the noise is larger than
I, or not, which can be possible when a qubit strongly
couples to some resonant TLSs [59]. Note that it is not
necessary to calibrate the system gain with these two mea-
surements. Moreover, because the method is insensitive to
', this insensitivity makes the method robust against flux
noise, which introduces excess dephasing when the qubit
frequency is tuned away from the sweet spot. As a result,
the spectrometer can be reliably operated over a broad fre-
quency range. Combined with the reflection coefficient,
we will have r = ny + n,, when I'y < T',.. Thus, we can
obtain ny, and n,, separately.

Compared with thermometers based on tunnel junctions
[60] and a proximity Josephson junction [61], our pro-
posal does not require additional calibration and enables
the possibility to obtain the noise spectrum by sweeping
the qubit frequency. Circuit-QED radiometers [25,62] have
also been developed, where the bandwidth is limited by the
cavity. Very recently, a thermometer based on the reflection
coefficient of a qubit in front of a mirror was demonstrated
[63], where it has a single bosonic bath in the waveguide,
namely, [, # 0 (n, # 0) with ', = 0 (n,, = 0). Compared
with Ref. [63], the thermometry method suggested here,
based on PSD measurements, can tolerate a higher noise
background in the probe waveguide, and, unlike Ref. [63],
is insensitive to the pure dephasing rate. Finally, separat-
ing the detection and probe channels can make it easier
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to connect our thermometer chip directly to other hybrid
quantum systems [64—67].

VI. DISCUSSION AND CONCLUSION

In summary, with the system parameters listed in Table
I, we have constructed a two-bath model to explain the
heat transport via a superconducting qubit. Our study indi-
cates that the qubit excited-state population is increased up
to 2.9% due to interaction with a hot environment, prob-
ably from excited TLSs, with an equivalent temperature
of about 131 mK. This temperature can be reduced by
adding more isolation between the sample and the out-
put line, leading to the thermal population of our qubit
being reduced by almost one order of magnitude. Our
results point at the necessity of providing sufficient iso-
lation between the sample and the HEMT amplifier to
mitigate residual thermal occupation of qubits, which
adversely affects state preparation in quantum computing
applications [18,19].

Moreover, as presented in the master equation, the noise
will increase the intrinsic qubit relaxation rate by I'y =
n,I', + n,[,. Thus, I'; is reduced from about 9 kHz with
two isolators to 1 kHz with four isolators, which is about
15% of the nonradiative decay rate. Such a large improve-
ment will be important in circuit QED, where generally the
radiative decay I, is negligible and I';, dominates the qubit
decay. Our study shows that waveguide spectroscopy may
be a useful tool to understand the origin of various noise
sources, which will be crucial to improve qubit coherence
in future devices. More importantly, in addition to increas-
ing the qubit coherence by reducing the number of the
TLSs [5-7,55], our study implies that it is necessary to
reduce the high-frequency noise away from the qubit fre-
quency which can excite TLSs to affect the qubit state and
reduce the qubit coherence.

We also emphasize that it is nontrivial to observe
this nonequilibrium phenomenon because it is difficult to
observe and study the heat transport we observed in our
device when the nonradiative decay is very small com-
pared with the radiative decay rate, which is typically the
case in other experiments. In addition, even though one
can measure the thermal population of a qubit in stan-
dard circuit QED, which can allow us to extract one bath
temperature or the sum of temperatures of several baths,
it is difficult to separate each bath temperature in the

TABLEI. Summary of the system parameters including differ-
ent qubit decay rates and temperatures of the qubit, waveguide
and the hot bath.

r,2r T,2rx T\2nr T2n T, T, T,
(kHz) (kHz) (kHz) (kHz) (mK) (mK) (mK)
227+4 55+£3 299+7 143+4 78 50 131

multibath case. Here, by measuring the power spectrum
and the reflection coefficient, we can obtain information
on both bath temperatures. Note that our model can be eas-
ily extended to a multibath case by adding more coupling
channels between the baths and the qubit.

We also showed that, under strong drive, we can use
the waveguide to measure work and heat rates. While our
quantum system is operating in a regime where the drive
only increases the heat rate to both environments, having
direct access to the work, from measuring the coherent out-
put, and the heat, from the power loss, is a powerful tool
for the future study of regimes where useful tasks such as
cooling or work extraction can be performed.

Finally, from the two-bath model, we developed a noise
spectrometer which can be regarded as a quantum ther-
mometer. As this thermometer works through the power
spectrum density of the qubit emission, it enables the pos-
sibility to investigate not only the bath temperature at
different frequencies but also whether the qubit is strongly
coupled to some TLSs, which may give rise to asymmetry
and side peaks in the spectrum [59].
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APPENDIX A: MEASUREMENT SETUP

Figure 5 shows our measurement setup, where a
transmon qubit is weakly coupled to a 1D semi-
infinite transmission line. To measure the reflection
coefficient, a vector network analyzer (VNA, not shown)
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FIG. 5. Experimental setup. Setup inside the dilution refriger-
ator. The signal from the input port is attenuated and fed into
the waveguide through a low-pass filter (LP), Eccosorb, and a
—20 dB directional coupler. After interacting with the transmon,
the signal from the sample goes through the directional coupler
again, passes another LP, two isolators (Iso), and a high-pass fil-
ter with amplification from a HEMT amplifier (LNA056 from
Low Noise Factory). The qubit frequency can be changed by
sending a current to the magnetic flux coil to generate an exter-
nal magnetic flux & through the SQUID. The isolators are from
Low Noise Factory where we used two single-junction isolators
(LNF-ISC4-8A) when we observed the hot bath. To suppress the
noise from the HEMT amplifier, instead of connecting the two
isolators to the HP filter, we add a two-junction isolator (LNF-
ISISC4-8A) with 40 dB isolation (dashed line). All the isolators
are mounted at the 10 mK stage.

generates coherent continuous microwaves which are sent
into the input line. This signal is attenuated, passes through
a 20 dB directional coupler, and then reaches the qubit.
After the interaction with the qubit, the electrical field is
reflected back, and passes filters, isolators, and a HEMT
amplifier. Finally, it goes back to the VNA to obtain
the reflection coefficient with some room-temperature
amplifiers.

To measure the PSD from the thermal noise, turning off
the VNA, we use a digitizer to measure the voltage from
the output port in the time domain where the sampling
rate is 3 MHz and 4 MHz for Figs. 3(a) and 3(b), respec-
tively. Such rates are large enough to capture the signal

around the qubit in the frequency domain. The measured
voltage is then normalized to the system gain based on the
Mollow-triplet spectrum [47]. Afterwards, we calculate the
PSD according to the Welch method [69], where the back-
ground noise is subtracted by the reference found by tuning
the qubit frequency away using the external magnetic flux.
Experimentally, in order to remove the background and
the gain drift, we first measure the PSD for 1 s with the
drive either on or off, as required. After that, we tune the
qubit away by changing the external flux and repeat the
measurement to obtain the background reference. Finally,
we just take the difference between these two measure-
ments to obtain either S,, or So, if the drive was on or
off, respectively.

APPENDIX B: QUASIPARTICLES AND
TWO-LEVEL SYSTEMS

In addition to the hot bath we discussed, nonequilib-
rium quasiparticles could also excite and decay the qubit
with rates I'y and I' |, respectively. Therefore, we add two
additional dissipators (I'y D[o_]p and I'; D[o ] p) into the
master equation used for our model (Appendix D). By
solving the master equation without external drive, we
obtain the lost power, which contains the effects from both
the hot bath and quasiparticles as

P loss
ha)m

_ L. Tu(ny — ny) — [ (0 + I)FT - nrr¢]
1_‘1 + F¢ + Fi

. (B1)

When I', =0 and n, = 0, the qubit population due to

r
FT-‘:F Ve
mentally, we can increase the capacitive coupling between
the waveguide and the qubit in order to make the non-
radiative decay negligible (I', > I',)). By suppressing the
noise from the output line, as we did in the main text,
we have n, ~ n,. In these conditions, the lost power is
mainly from the quasiparticles. Depending on the value
of the waveguide thermal-photon occupation, we have
three regimes: if n, > 'y /(') — T'4), Poss > 0, the qubit
is thermally excited and prefers to be dissipated due to the
quasiparticle tunneling through the Josephson junction; if
n. < I'y/('y = Ty), Ploss < 0, the quasiparticles excite the
qubit, and then the qubit emits a photon into the waveg-
uide; if n, = 'y /(I") — T'4), Ploss = 0, we can consider the
effects on the qubit from the quasiparticles and the thermal
photons in the waveguide are the same.

The quasiparticle-induced excited-state population can
be approximately written as [53]

n A 3.65
P&~ 217=E (—g> ,

the nonequilibrium quasiparticles is p?lp = Experi-

B2
nep \ hiwor (B2)

in which ngp (ncp) is the density of all quasiparticles
(Cooper pairs) and A, is the superconducting energy gap.
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Combining this with the quasiparticle-induced decay rate
for a transmon qubit [9,53]

N V2 nor { Ag 1.5 )
¥ 7 RyC nep \ hooy ’
we have
—2.15
~ V2 (A - (B4)
v 2.17RNC hwm 1

where the normal resistance of our SQUID is Ry ~
6.3 k€, the total capacitance of the qubit is C = 78 fF
and Ag = 170 peV for aluminum. By assuming that our
thermal population is solely from the quasiparticles, i.e.,
P = pih A~ 2.86%, we have ', /27 ~ 87 kHz. There-

fore, we have I'y ~ ,olQlPFL ~ 2w x 3 kHz. Thus, the
quasiparticle-induced nonradiative decay rate would be
Iop =Ty, —I'y ® 27 x 84 kHz > I',,, see the discussion
in the main text.

Finally, as discussed in the main text, we do not observe
any considerable decrease in I',, as the temperature is low-
ered (by the addition of isolators). Conversely, we also
note that the value of I', does not observably increase. If
we assume that [, is solely from TLSs, then, when we
decrease the bath temperature from 131 to 50 mK, the
value of T, is expected to increase by about 10 kHz accord-
ing to the relationship I',tLs = 'y tanh(hwe /ksT) [7]
(see also Appendix D), where I', is the nonradiative
decay rate due to TLSs at zero temperature. It may be
that the high-temperature noise from the output may also
generate some quasiparticles. Assuming that the noise tem-
perature is the same as that of the TLS bath, namely, 131
mkK, the corresponding quasiparticle-induced decay rate is

about 8 kHz, as given by I'gp = “2 %pr with the

0 W A (@)

—lso-trans.
—100 —1lso-Iso.
Filter
—150 —T?tal | |
0 5 10 15 20
wl27 (GHz)

A IZHAngTe_Ag/kBT

normalized quasiparticle density xqp = x,

[9,70], and said rate would decrease as the noise temper-
ature is lowered. In total, it is possible that we do not
see a change in I', after suppressing the noise because
these two effects (TLS rate increasing due to less satu-
rated TLSs, quasiparticle rate decreasing due to a lower
quasiparticle density) mitigate each other, according to
I'y = Tyaes + Dop. Such behavior has been observed in
superconducting resonators [71].

APPENDIX C: NOISE ANALYSIS

In order to investigate where the noise is from, as shown
in Fig. 6(a), we measure the isolation and the transmis-
sion for two isolators, and the filters with a low-pass and
high-pass filter at 77 K. We find that from 4 to 8 GHz,
which is the bandwidth of the isolators, the isolation of the
isolators can be up to 40 dB. Outside the bandwidth, the
filters can suppress the noise well up to 20 GHz. Accord-
ing to the noise temperature of the HEMT amplifier from
the datasheet, we can calculate the corresponding thermal
photons nygyt. Therefore, the reduced noise temperature
to the sample is given by [72]

ng = A(w)ngemr + [1 — A(@)]n(w, Tvux), (ChH

where A(w) is the total attenuation [black curve in
Fig. 6(a)]. n(w, Tyx) = 1/[e"/®™X) _ 1] is the thermal
photons from the 50 & terminators of the two single-
junction isolators, where we simply assume that the ter-
minator has the same temperature as the mixing chamber
of the dilution refrigerator, namely, Tyx = 10 mK and its
contribution to the total noise temperature is shown as the
red curve in Fig. 6(b).

80 (b) |
< 60 |
E
< 40
5
20
[
O L L L
2 4 6 8 10
wi27 (GHz)

FIG. 6. Noise temperature. (a) The response of filters with a low-pass and high-pass filters and two single-junction isolators shown
in Fig. 5, as a function of the input frequency w. The data is measured by a VNA with dipping the microwave components into liquid
nitrogen. Iso-trans. and Iso-Iso denote the transmission coefficient and the isolation coefficient of the two single-junction isolators,
respectively. The green curve is the filters’ transmission coefficient. The black curve represents the total attenuation from the filters and
the isolators. (b) The corresponding effective noise temperature 7y, reaching the sample from the HEMT amplifier after the isolators
and filters (blue curve). The red curve is the noise temperature from the 50 2 terminators of the isolators.
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In Fig. 6(b), we find that the noise temperature is mainly
dominated by the noise from the HEMT amplifier com-
pared to the 50 2 terminators. However, it is far away
from the hot-bath temperature (130 mK), especially at the
qubit frequency; the value is 34 mK, much lower than the
actual qubit temperature (7, = 78 mK). Moreover, from
10 GHz to 20 GHz, the low-pass filter will suppress the
noise strongly up to 80 dB. Therefore, we suppose it is
likely that the noise heating up the TLS bath is above
20 GHz. According to the datasheet, the filter can work
until 40 GHz. Above that, it will have a frequency where
it stops to suppress the high-frequency noise. Thus, the
high-frequency noise possibly heats up the TLS bath by
some nonlinear process. A possible scenario is that the
TLSs are excited to metastable states that decay and emit
photons over a broad frequency range, including the qubit
frequency. This secondary radiation then excites the qubit,
leading to a partially excited qubit that can emit radia-
tion to the amplifier at the qubit frequency. After adding a
two-junction isolator, even though the isolation at the high
frequency may be not so effective, it can still attenuate the
high-frequency noise, leading to a lower bath temperature
as we observed in the main text.

APPENDIX D: MASTER EQUATION

The dynamics and steady state of the qubit in contact
with two bosonic heat baths can be found, in the weak-
coupling and Markovian approximations, by solving the
equation of motion

d i
—ps(t) = —[Hg, (0] + L[p D],

ot h ®n

where
T, r,
Llp®)] = 5 (n, +1)Dlo_]p + ?nrD[cu],o

r, r,
+ > (n, + 1) Dlo_]p + 7nnp[<f+]0

+ %D{az]p, (D2)

where the Lindblad operator is D[o;]p(f) = 20,0 (t)aiT —
{afa,», p(H)}, and the thermal occupation of the bosonic
baths are given by n; = [exp(hwo /ksT;) — 117!, where kg
is the Boltzmann constant.

The qubit Hamiltonian is

H A Q
— = ——=0; + 0y,

h 2 2 D3)

where the detuning A = w, — wq; is the energy differ-
ence between the drive at frequency ), and the bare qubit
frequency wy; .

In the above, we explicitly assume that the qubit only
has two levels, and that the radiative (transmission line)
and nonradiative baths are bosonic, and obey the BMS
approximation. The influence of a third level is described
in the following.

The second assumption, the bosonicity of the nonra-
diative bath, can be replaced by assuming a TLS bath.
This simply changes the temperature dependence of the
Lindblad operators for that bath, such that

r, r,/1+n,
" (n, +1)D[o_ on
y (A DPlo-1= = (1—1—211,,

) Dlo_], (D4

(D5)

T, 'y "
L 1) Dlos] > - (1 . 2,%) Dios).

Ultimately, this implies some ambiguity in the temper-
ature ascertained from the height of the thermal peak
in the spectrum calculation. For simplicity we use that
obtained from the bosonic assumption, but note that a
TLS bath requires a larger temperature to produce the
equivalent thermal peak in the spectrum, because kg T}, =
hwo/[In(1 £ n,) — In(n,)], where &+ = + for a bosonic
bath, and & = — for a TLS bath. For example, for the
An = 0.135 observed in the main text we would find,
assuming n, = 0, kg T,/ hwo; = 0.47 for a bosonic bath and
0.54 for a TLS one.

It is convenient to use the Heisenberg equations of
motion generated by Eq. (D1) for the operators s,(¢) =

(0-(0), s7(1) = (04(0)), and 52(1) = (o4 (Do—(1)):

S1 S1
— st =M]|s7|+B, (D6)
dt . .
where
iAN—T, 0 i
M = 0 —IiA—-T, —iQ* (D7)
i*/2 —i2/2 I
and
—i2/2
B=|iQ*/2 (D8)
Iy

and where, as in the main text, [y = n,[', +n,I,, '} =
(1 +2n,)T,+ 1A +2n)T,, and I'y =Ty + I'; /2. For the
steady state t — oo this gives

o (1 > ooy = 201 =200 (A =il

— D9
2Q2T, +2(A2 + AT B9

QT + 2T (A% + )2
(010 (t — 00)) = [S2°T5 + 2T ( +22) (D10)
2|1QT; +2(A%2 + )TN

020305-10



STEADY-STATE HEAT TRANSPORT AND WORK...

PRX QUANTUM 3, 020305 (2022)

|QI’T, +2I'_ (A% +T',%)

o_o4L(t > 0 = ,
oo+ ) 2IQPPT, + 2(A2 + [T

(D11)

where in the last equation I'_ = (n, + DI'), + (n, + DT,

APPENDIX E: REFLECTIVITY

According to the input-output theory [73,74], the output
coherent field b, is the sum of the input signal by, and the
coherent field scattered by the qubit:

Bout = bin — iy/T,0_(t = 00), (E1)

where (bi,) = 2/24/1',. To calculate the reflectivity, we
use Eq. (D9) with

2,

r= =1- (o_(t > 0)), (E2)
(bin)
where assuming weak drive Q2 < I'} gives
1-2r,/T
r=1-— ir,(—f/‘). (E3)
A+l

APPENDIX F: POWER OUTPUT

Recalling from the main text, we employ input-output
theory for the output of the transmission line, where
bin(t) = fin(t) + /24/T includes the thermal noise fi, ()
and coherent drive €2/24/T. To obtain the correct expres-
sion for the output power (and the PSD) we need to
calculate correlations between the input thermal field in
the waveguide and the qubit of the form (o (£)fin(¥')). We
can evaluate these using the result from Ref. [45], where,
assuming the effect of the waveguide on the dynamics of
the system obeys the standard BMS approximation, it is
possible to show that for ¢ < ¢, the input field has not yet
interacted with the qubit, so (o, (8)fin(¥)) = 0. Fort =+¢
and ¢ > ¢, the thermal input can be correlated with the
qubit, and the following holds:

(04 Ofia(@)) = =i/ T 0t — ) {[o1(),0-(t)]) (F1)
and
o (1)) = iyTim® — (o4 (0,0-D)]). (F2)

Splitting the input field into thermal terms and coherent
terms, one can evaluate the output field intensity correlator

as

(Bl Obou(@)) =T\ (n, + 1) (o4 (o (1))
— Ty 0_ ()04 (D) + (fi (Ofin(?))
QP

AT,
(F3)

TO*

2

i2

(o_()) + — (o) +

With this we can also evaluate the equal-time terms for the
power output, but it is more instructive to show the evalu-
ation more explicitly, following the steps outlined in Ref.
[75] modified to accommodate a qubit instead of cavity.

As described in the main text, we start with the full sys-
tem Hamiltonian for the qubit and the two environments,

Hsys = Hq+Hr+Hn~ (F4)

The radiative (H,) and nonradiative bath Hamiltonians
(H,) are

H, ;
5= Z wk,ia,tiak,i + ng,i (0 —a;{,i + G+ak,i> . (F5)
k k

and include the interaction with the qubit.
First, we absorb the nonradiative bath into the qubit
Hamiltonian,

This gives us Langevin equations for the system operators
coupled to the waveguide (setting 7 = 1 in the following
steps for simplicity),

o_ = —ilo_, Hsys]

= ~ilo—, H;) —ilo_,04] ) grakr.
k

(F7)

We then define the spectral density for the transmis-
sion line as J(w), = Y, |g |8 (@ — wy,), insert the
definition of the integral of the transmission-line modes
into Eq. (F7), and make the standard Markovian approx-
imation J (w), = I',. Evaluating the result gives

r,

6-=—ilo-, Hl - = o_+io./T,bin (D).

p (F8)
To obtain correlation functions between the thermal input
and system operators, we omit the coherent contribution
to bin(t) = fin(9) + 2/24/T"1 and multiply the equation of
motion from the left first with o, and then with the required
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system operator for the correlation function we wish to
evaluate, say o . Rearranging gives the form

T, .
T osfu) = —(046-) = S {oroo) = iloy o Hy])

(F9)
To evaluate the term (o, 6_) we use the formula

d
(0107) + Tr{02L:[pO1] — 0, L[O2p]},

200102 = =
(F10)

where p is the system density matrix after tracing out
the waveguide, and L, is the Liouvillian describing the
evolution of the system in contact with the waveguide,

r,
L,[p] = —i[Hys, p] + 5 (- +1)Dlo-Jp

L,
+ 5 nDlo]p. (F11)
Evaluating this gives
. . / 1_‘Il‘
(046-) = —ilo [0, HJ) = F{ow0-)
yn,
- — o0 (F12)
Combining this with Eq. (F9), we find
I')n,
W0 fu) = =S [0 0-]). (F13)

Performing the same steps for the other system-thermal
noise correlator, and inserting into the output-power for-
mula, we find, as expected

(B! wbout) = T (np + 1) (030_) — Tonp(o_04) + {f, fin)
iQ* i 12

5 (o=l e TR

(F14)

One can use this to show that the power loss Py =
huwor ((b;bin) - (bzutbout)> under zero drive (2 = 0) is
given by

thl 1_‘rl_‘n (nr - nn)

Ploss = 1_,1

(F15)

APPENDIX G: POWER SPECTRAL DENSITY

As described in the main text, to evaluate the PSD

haor [ it /
S(CI)) - 2_ dte (bout(t)bout(t ))(t/—>oo) (Gl)
T —00

we need to evaluate the correlation functions contained in
Eq. (F3) for the system operators. In some simple cases,

this can be done by hand. For example, in the zero-drive
limit, one can easily show that

(0L (No_(1))r—0e = e 2™ (0,0 (1))
and
(0 (oL (D)pooe = € 2™ o o, (1)),

where (040 (f))r—~oc =/ and (0_04.(1))r—o0c =
I'_/T';. Combining these results with Eq. (6) and Eq. (G1)
gives Eq. (7).

A general solution can be conveniently found by com-
bining Eq. (D6) with the quantum regression theorem to
define the two-time correlation functions, and the Fourier
transform can be performed following the approach used in
[46,48]. The result is cumbersome, but taking the strong-
driving limit we obtain the result in Eq. (8).

APPENDIX H: THREE-LEVEL MASTER
EQUATION

To evaluate the influence of higher levels in the
transmon on our results, we consider a three-level
master-equation model. We describe the energy difference
between levels 1 and 2 with the parameter w,, such that
the anharmonicity is given by §/2m = (w2 — we1) /27w =
—250 MHz.

To describe the Autler-Townes splitting in the main text
we apply two drives at two different frequencies, and in the
rotating frame of the two-drive terms we find the system
Hamiltonian to be

Hg
5= (o1 — @S (1] + (@12 + wor — wf"

Q 19))
— o221+ Tl + V202, (H)

where o is the drive frequency of input drive i, and
we define 0" = [i)(j| + [j){il, 07 = |i)(j|, and 07 =
) (il

As we are in a regime where the anharmonicity of the
qubit is larger than the decoherence rates [63], our master
equation is now

020305-12



STEADY-STATE HEAT TRANSPORT AND WORK...

PRX QUANTUM 3, 020305 (2022)

3 i
8_t'0S(t) = _ﬁ[HS:p(t)]
Iy (01) (01) I 01) (V)
+ 5 (1 + 1) Dlo 1o (0 + S VD[ 1o (1)
Cw o o1 L o1y 01
+7(nn + 1) Do o) + o, Dlo} 1
+ T, (n!? + 1) D10 (1) + TP Do ?10(1)
+ T, (n? + 1) Do "1p(1) + T,nP Do 1p(0)

+ % ZDW) (il1p (.

The output power can be extended to consider two inde-
pendent coupling operators associated with oV and 0 "?.
Importantly, the |1) <> |2) transition has a dipole moment
which is v/2 times larger than the |0) <> |1) transition,
and which enhances the coupling to the transmission line,
increasing both the Rabi drive term and the dissipation
rates.

For weak drives on the |0) <> |1) transition alone we
can observe that the main influence of the third level
is to induce an additional dephasing on the qubit pro-
portional to the thermal excitation rate from the second
to the third level. To evaluate the reflectivity and power
spectrum in this case, it is convenient to again work
with the Heisenberg equations of motion, where in the
limit of €, =0 we obtain a closed set of equations
for the operators wi(2) = (6" (1)), wi(®) = (" (1)),
wa(0) = (0 0oV (0) and wi() = (0P MV @),
using the normalization condition <afrm)(t)aﬁm)(t)) +
@0 @0) + (0P (P () = 1:

w1 w1
d | wt wk
21" =0 [ M| 4B, H3
prll 2| s 2 (H3)
w3 w3
where
in—-T] 0 £ =
. T —iﬂl in
M 0 —ia-TIp = 2
= iQ —iQ2 O)  (12) =0 (12
& d2 pO_p plh_pd
—iQ iQ (Y] 01)
-2 2 - —T
and
0
0
By = 2 (H4)
0

(H2)

and where we use '] = Fém) + FS:Z), indicating the added
dephasing from thermalization of the |1) <> |2) transition,
and where I'Y'V =T, +T"/2, 1" =1 +1%,
rY =rn? + 0w, T =0 + D + 0, +
1), and Ay = (wo — a)él)). Note that here we have
accounted for the larger rates in the |1) <> |2) transitions
in Eq. (H2), hence parameters such as Fﬂ:z) are just for
convenience, and differ from the actual thermalization rate
of the |1) < |2) transition by a factor of two.

Evaluating the reflectivity of the |0) <> |1) transition
with these equations, in the limit of weak drive 2, gives

it (1 =20 /reh)
r=1- 0D 12 g,
A+ i) + 112

(H5)

where

1-‘(12)F§01)

~ 1. (H6)
@OOr{? 4 i)

Similarly, for the output power spectrum, we can obtain
the strong-drive (large €2)) result by generalizing the steps
used in the two-level case. For the central peak, around the
|0) <> |1) qubit transition frequency, we find

hwm Fr Fg

S(w) = F,
@ 21 (@ — wn)® + (M])?

(HT)

where

rd?

(12) (12)
or? 4 rf

01 01
= [(o®V g OD

oo _(O_(Ol) (01)

)(IHOO)_ - U+ >(t%oo)]§21%oo'

Intuitively, we see here that under a strong drive 2, we
still observe the added dephasing (I'] = F;Ol) + Fﬂz)), as
well as a small change in the steady-state population, on
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top of the expected result from the two-level model under
strong drive, which captures the thermalization with the
third level.

For no drive, ; — 0, we find the thermal spectrum as

hwoi T, 2T, An
S(@) = —2 L), (H)
2 (0 —wo))” + (I'y)?
where
r
Yy (H9)

= F(_IZ)F§OI) n FE:Z)FEBI)

and An = n®) — O,

The side-peak contributions to the Autler-Townes data
presented in the main text are based on applying a drive
on the |1) < |2) while monitoring the emission from
the |0) <> |1) transition. We can also obtain these side
peaks analytically, in a similar fashion as the above cal-
culations. The Heisenberg equations of motion in this
case, for ) = 0 and 2, # 0, form a closed set of equa-
tions for the operators z; (f) = (092) ),z = (ailz)(t)),
20) = (0P 0o @), 0 = (07 0o 1), 2=
@), zr= "), z5=(@®), and zi=
(afroz) (®)). The full equations of motion and the full result
for the output spectrum are cumbersome, but evaluating
the side peaks for the limit of large drive 2, we find

2(rf+r{?)

27 7. o]
40)—0)()1:|:\—f2 + F2+F2

P 4 [ — 202

2 [F 4 @] -

hawo T,

Sw)e=——

(H10)

Here we introduced a parameter which describes the
dephasing rate of zs, Féoz) =TIy + Ffl)/Z +1r%,

If we assume 7%V = n{1? and n®V = ! the second
term in the numerator simplifies to

(r 0 [P —2r®]) =2r,an. (1D

The various analytical results obtained in this supplemen-
tary material were checked against numerical simulations
using QuTiP [68].

[1] X. Gu, A. F. Kockum, A. Miranowicz, Y.-x. Liu, and F.
Nori, Microwave photonics with superconducting quantum
circuits, Phys. Rep. 718, 1 (2017).

[2] M. Kjaergaard, M. E. Schwartz, J. Braumiiller, P. Krantz,
J. 1.-J. Wang, S. Gustavsson, and W. D. Oliver, Supercon-
ducting qubits: Current state of play, Annu. Rev. Condens.
Matter Phys. 11, 369 (2020).

[3] A.P.Place, L. V. Rodgers, P. Mundada, B. M. Smitham, M.
Fitzpatrick, Z. Leng, A. Premkumar, J. Bryon, S. Sussman,
and G. Cheng et al., New material platform for supercon-
ducting transmon qubits with coherence times exceeding
0.3 milliseconds, Nat. Commun. 12, 1779 (2021).

[4] A. Somoroff, Q. Ficheux, R. A. Mencia, H. Xiong, R. V.
Kuzmin, and V. E. Manucharyan, Millisecond coherence in
a superconducting qubit, arXiv:2103.08578 (2021).

[5] J. Lisenfeld, G. J. Grabovskij, C. Miiller, J. H. Cole, G.
Weiss, and A. V. Ustinov, Observation of directly interact-
ing coherent two-level systems in an amorphous material,
Nat. Commun. 6, 6182 (2015).

[6] S. Schlér, J. Lisenfeld, C. Miiller, A. Bilmes, A. Schneider,
D. P. Pappas, A. V. Ustinov, and M. Weides, Correlating
decoherence in transmon qubits: Low frequency noise by
single fluctuators, Phys. Rev. Lett. 123, 190502 (2019).

[7] C.Miiller, J. H. Cole, and J. Lisenfeld, Towards understand-
ing two-level-systems in amorphous solids: Insights from
quantum circuits, Rep. Prog. Phys. 82, 124501 (2019).

[8] S. Gustavsson, F. Yan, G. Catelani, J. Bylander, A. Kamal,
J. Birenbaum, D. Hover, D. Rosenberg, G. Samach, and A.
P. Sears et al., Suppressing relaxation in superconducting
qubits by quasiparticle pumping, Science 354, 1573 (2016).

[9] G. Catelani, J. Koch, L. Frunzio, R. J. Schoelkopf, M. H.
Devoret, and L. I. Glazman, Quasiparticle relaxation of
superconducting qubits in the presence of flux, Phys. Rev.
Lett. 106, 077002 (2011).

[10] C. Wang, Y. Y. Gao, I. M. Pop, U. Vool, C. Axline, T.
Brecht, R. W. Heeres, L. Frunzio, M. H. Devoret, and G.
Catelani et al., Measurement and control of quasiparticle
dynamics in a superconducting qubit, Nat. Commun. 5,
5836 (2014).

[11] S. de Graaf, L. Faoro, L. Ioffe, S. Mahashabde, J. Burnett,
T. Lindstrom, S. Kubatkin, A. Danilov, and A. Y. Tza-
lenchuk, Two-level systems in superconducting quantum
devices due to trapped quasiparticles, Sci. Adv. 6, eabc5055
(2020).

[12] X. Jin, A. Kamal, A. Sears, T. Gudmundsen, D. Hover,
J. Miloshi, R. Slattery, F. Yan, J. Yoder, and T. Orlando
et al., Thermal and residual excited-state population in
a 3D transmon qubit, Phys. Rev. Lett. 114, 240501
(2015).

[13] J. Wenner, Y. Yin, E. Lucero, R. Barends, Y. Chen, B.
Chiaro, J. Kelly, M. Lenander, M. Mariantoni, A. Megrant,
C. Neill, P. J. J. O’Malley, D. Sank, A. Vainsencher, H.
Wang, T. C. White, A. N. Cleland, and J. M. Martinis, Exci-
tation of superconducting qubits from hot nonequilibrium
quasiparticles, Phys. Rev. Lett. 110, 150502 (2013).

[14] D. Riste, C. C. Bultink, K. W. Lehnert, and L. DiCarlo,
Feedback control of a solid-state qubit using high-fidelity
projective measurement, Phys. Rev. Lett. 109, 240502
(2012).

[15] L. Cardani, F. Valenti, N. Casali, G. Catelani, T. Charpen-
tier, M. Clemenza, I. Colantoni, A. Cruciani, L. Gironi, and
L. Griinhaupt et al., Reducing the impact of radioactivity
on quantum circuits in a deep-underground facility, Nat.
Commun. 12, 2733 (2021).

020305-14


https://doi.org/10.1016/j.physrep.2017.10.002
https://doi.org/10.1146/annurev-conmatphys-031119-050605
https://doi.org/10.1038/s41467-021-22030-5
https://arxiv.org/abs/2103.08578
https://doi.org/10.1038/ncomms7182
https://doi.org/10.1103/PhysRevLett.123.190502
https://doi.org/10.1088/1361-6633/ab3a7e
https://doi.org/10.1126/science.aah5844
https://doi.org/10.1103/PhysRevLett.106.077002
https://doi.org/10.1038/ncomms6836
https://doi.org/10.1126/sciadv.abc5055
https://doi.org/10.1103/PhysRevLett.114.240501
https://doi.org/10.1103/PhysRevLett.110.150502
https://doi.org/10.1103/PhysRevLett.109.240502
https://doi.org/10.1038/s41467-021-23032-z

STEADY-STATE HEAT TRANSPORT AND WORK...

PRX QUANTUM 3, 020305 (2022)

[16] A. P. Vepsildinen, A. H. Karamlou, J. L. Orrell, A. S.
Dogra, B. Loer, F. Vasconcelos, D. K. Kim, A. J. Melville,
B. M. Niedzielski, and J. L. Yoder et al., Impact of ionizing
radiation on superconducting qubit coherence, Nature 584,
551 (2020).

[17] L. Griinhaupt, N. Maleeva, S. T. Skacel, M. Calvo, F. Levy-
Bertrand, A. V. Ustinov, H. Rotzinger, A. Monfardini, G.
Catelani, and I. M. Pop, Loss mechanisms and quasipar-
ticle dynamics in superconducting microwave resonators
made of thin-film granular aluminum, Phys. Rev. Lett. 121,
117001 (2018).

[18] M. McEwen, D. Kafri, Z. Chen, J. Atalaya, K. Satzinger,
C. Quintana, P. V. Klimov, D. Sank, C. Gidney, and A.
Fowler et al., Removing leakage-induced correlated errors
in superconducting quantum error correction, Nat. Com-
mun. 12, 1761 (2021).

[19] D. Egger, M. Werninghaus, M. Ganzhorn, G. Salis, A.
Fuhrer, P. Miiller, and S. Filipp, Pulsed reset protocol for
fixed-frequency superconducting qubits, Phys. Rev. Appl.
10, 044030 (2018).

[20] J. RoBnagel, S. T. Dawkins, K. N. Tolazzi, O. Abah, E.
Lutz, F. Schmidt-Kaler, and K. Singer, A single-atom heat
engine, Science 352, 325 (2016).

[21] J. P. Peterson, T. B. Batalhdo, M. Herrera, A. M. Souza, R.
S. Sarthour, I. S. Oliveira, and R. M. Serra, Experimental
characterization of a spin quantum heat engine, Phys. Rev.
Lett. 123, 240601 (2019).

[22] K. Ono, S. N. Shevchenko, T. Mori, S. Moriyama, and F.
Nori, Analog of a quantum heat engine using a single-spin
qubit, Phys. Rev. Lett. 125, 166802 (2020).

[23] H. T. Quan, Y.-x. Liu, C. P. Sun, and F. Nori, Quantum ther-
modynamic cycles and quantum heat engines, Phys. Rev. E
76, 031105 (2007).

[24] G. Maslennikov, S. Ding, R. Habliitzel, J. Gan, A. Roulet,
S. Nimmrichter, J. Dai, V. Scarani, and D. Matsukevich,
Quantum absorption refrigerator with trapped ions, Nat.
Commun. 10, 202 (2019).

[25] M. Xu, X. Han, C.-L. Zou, W. Fu, Y. Xu, C. Zhong,
L. Jiang, and H. X. Tang, Radiative cooling of a
superconducting resonator, Phys. Rev. Lett. 124, 033602
(2020).

[26] W. Schoonveld, J. Wildeman, D. Fichou, P. Bobbert, B.
Van Wees, and T. Klapwijk, Coulomb-blockade transport
in single-crystal organic thin-film transistors, Nature 404,
977 (2000).

[27] K. Schwab, E. Henriksen, J. Worlock, and M. L. Roukes,
Measurement of the quantum of thermal conductance,
Nature 404, 974 (2000).

[28] C. W. Chang, D. Okawa, A. Majumdar, and A. Zettl, Solid-
state thermal rectifier, Science 314, 1121 (2006).

[29] M. Partanen, K. Y. Tan, J. Govenius, R. E. Lake, M. K.
Mikela, T. Tanttu, and M. M6ttonen, Quantum-limited heat
conduction over macroscopic distances, Nat. Phys. 12, 460
(2016).

[30] M. Meschke, W. Guichard, and J. P. Pekola, Single-mode
heat conduction by photons, Nature 444, 187 (2006).

[31] H. T. Quan, Y. D. Wang, Y. X. Liu, C. P. Sun, and F. Nori,
Maxwell’s demon assisted thermodynamic cycle in super-
conducting quantum circuits, Phys. Rev. Lett. 97, 180402
(2006).

[32] M. Naghiloo, D. Tan, P. Harrington, J. Alonso, E. Lutz, A.
Romito, and K. Murch, Heat and work along individual tra-
jectories of a quantum bit, Phys. Rev. Lett. 124, 110604
(2020).

[33] N. Cottet, S. Jezouin, L. Bretheau, P. Campagne-Ibarcq, Q.
Ficheux, J. Anders, A. Aufféves, R. Azouit, P. Rouchon,
and B. Huard, Observing a quantum Maxwell demon at
work, Proc. Natl. Acad. Sci. 114, 7561 (2017).

[34] J. Senior, A. Gubaydullin, B. Karimi, J. T. Peltonen,
J. Ankerhold, and J. P. Pekola, Heat rectification via a
superconducting artificial atom, Commun. Phys. 3, 40
(2020).

[35] C. Cherubim, F. Brito, and S. Deffner, Non-thermal
quantum engine in transmon qubits, Entropy 21, 545
(2019).

[36] A. Ronzani, B. Karimi, J. Senior, Y.-C. Chang, J. T. Pel-
tonen, C. Chen, and J. P. Pekola, Tunable photonic heat
transport in a quantum heat valve, Nat. Phys. 14, 991
(2018).

[37] D. Roy, C. M. Wilson, and O. Firstenberg, Colloquium:
Strongly interacting photons in one-dimensional contin-
uum, Rev. Mod. Phys. 89, 021001 (2017).

[38] A. F. Kockum and F. Nori, Quantum bits with Josephson
junctions, in F. Tafuri (ed.) Fundamentals and Frontiers of
the Josephson Effect. (Springer Series in Materials Science,
vol 286., 2019) p. 703.

[39] J. Monsel, M. Fellous-Asiani, B. Huard, and A. Aufféves,
The energetic cost of work extraction, Phys. Rev. Lett. 124,
130601 (2020).

[40] H.-P. Breuer and F. Petruccione, The Theory of Open Quan-
tum Systems (Oxford University Press, Oxford, England,
2002).

[41] J. Koch, T. M. Yu, J. Gambetta, A. A. Houck, D. I. Schuster,
J. Majer, A. Blais, M. H. Devoret, S. M. Girvin, and R. J.
Schoelkopf, Charge-insensitive qubit design derived from
the Cooper pair box, Phys. Rev. A 76, 042319 (2007).

[42] L.-C. Hoi, A. F. Kockum, L. Tornberg, A. Pourkabirian, G.
Johansson, P. Delsing, and C. Wilson, Probing the quantum
vacuum with an artificial atom in front of a mirror, Nat.
Phys. 11, 1045 (2015).

[43] P. Y. Wen, A. F. Kockum, H. Ian, J. C. Chen, F. Nori,
and I.-C. Hoi, Reflective amplification without population
inversion from a strongly driven superconducting qubit,
Phys. Rev. Lett. 120, 063603 (2018).

[44] Y. Lu, I. Strandberg, F. Quijandria, G. Johansson, S.

Gasparinetti, and P. Delsing, Propagating Wigner-negative

states generated from the steady-state emission of a super-

conducting qubit, Phys. Rev. Lett. 126, 253602 (2021).

Crispin Gardiner and Peter Zoller, Quantum Noise: A

Handbook of Markovian and non-Markovian Quantum

Stochastic Methods with Applications to Quantum Optics

(Springer Science, Berlin, Heidelberg, 2004), Vol. 56.

[46] K. Koshino and Y. Nakamura, Control of the radiative level
shift and linewidth of a superconducting artificial atom
through a variable boundary condition, New J. Phys. 14,
043005 (2012).

[47] O. Astafiev, A. M. Zagoskin, A. Abdumalikov, Y. A.
Pashkin, T. Yamamoto, K. Inomata, Y. Nakamura, and J.
S. Tsai, Resonance fluorescence of a single artificial atom,
Science 327, 840 (2010).

[45

—_

020305-15


https://doi.org/10.1038/s41586-020-2619-8
https://doi.org/10.1103/PhysRevLett.121.117001
https://doi.org/10.1038/s41467-021-21982-y
https://doi.org/10.1103/PhysRevApplied.10.044030
https://doi.org/10.1126/science.aad6320
https://doi.org/10.1103/PhysRevLett.123.240601
https://doi.org/10.1103/PhysRevLett.125.166802
https://doi.org/10.1103/PhysRevE.76.031105
https://doi.org/10.1038/s41467-018-08090-0
https://doi.org/10.1103/PhysRevLett.124.033602
https://doi.org/10.1038/35010073
https://doi.org/10.1038/35010065
https://doi.org/10.1126/science.1132898
https://doi.org/10.1038/nphys3642
https://doi.org/10.1038/nature05276
https://doi.org/10.1103/PhysRevLett.97.180402
https://doi.org/10.1103/PhysRevLett.124.110604
https://doi.org/10.1073/pnas.1704827114
https://doi.org/10.1038/s42005-020-0307-5
https://doi.org/10.3390/e21060545
https://doi.org/10.1038/s41567-018-0199-4
https://doi.org/10.1103/RevModPhys.89.021001
https://doi.org/10.1103/PhysRevLett.124.130601
https://doi.org/10.1103/PhysRevA.76.042319
https://doi.org/10.1038/nphys3484
https://doi.org/10.1103/PhysRevLett.120.063603
https://doi.org/10.1103/PhysRevLett.126.253602
https://doi.org/10.1088/1367-2630/14/4/043005
https://doi.org/10.1126/science.1181918

YONG LU, et al.

PRX QUANTUM 3, 020305 (2022)

[48] Y. Lu, A. Bengtsson, J. J. Burnett, E. Wiegand, B. Suri,
P. Krantz, A. F. Roudsari, A. F. Kockum, S. Gasparinetti,
G. Johansson, and P. Delsing, Characterizing decoher-
ence rates of a superconducting qubit by direct microwave
scattering, Npj Quantum Inf. 7, 35 (2021).

[49] S. H. Autler and C. H. Townes, Stark effect in rapidly
varying fields, Phys. Rev. 100, 703 (1955).

[50] F. W.J. Hekking and J. P. Pekola, Quantum jump approach
for work and dissipation in a two-level system, Phys. Rev.
Lett. 111, 093602 (2013).

[51] C. Elouard, D. H. Marti, M. Esposito, and A. Aufféves,
Thermodynamics of optical Bloch equations, New J. Phys.
22, 103039 (2020).

[52] K. Funo, M. Ueda, and M. Sagawa, Quantum Fluctuation
Theorems, in Binder F., Correa L., Gogolin C., Anders
J., and Adesso G. (eds.) Thermodynamics in the Quantum
Regime. Fundamental Theories of Physics. (Springer Series
in Materials Science, vol. 195, 2018) p. 249.

[53] J. Wenner, Y. Yin, E. Lucero, R. Barends, Y. Chen, B.
Chiaro, J. Kelly, M. Lenander, M. Mariantoni, and A.
Megrant et al., Excitation of superconducting qubits from
hot nonequilibrium quasiparticles, Phys. Rev. Lett. 110,
150502 (2013).

[54] K. Serniak, M. Hays, G. De Lange, S. Diamond, S. Shankar,
L. Burkhart, L. Frunzio, M. Houzet, and M. Devoret, Hot
nonequilibrium quasiparticles in transmon qubits, Phys.
Rev. Lett. 121, 157701 (2018).

[55] W. D. Oliver and P. B. Welander, Materials in supercon-
ducting quantum bits, MRS Bulletin 38, 816 (2013).

[56] J. Schleeh, J. Mateos, 1. iﬁiguez—de-la-Torre, N. Wadefalk,
P. A. Nilsson, J. Grahn, and A. J. Minnich, Phonon black-
body radiation limit for heat dissipation in electronics, Nat.
Mater. 14, 187 (2015).

[57] Z. H. Peng, S. E. De Graaf, J. S. Tsai, and O. V.
Astafiev, Tuneable on-demand single-photon source in the
microwave range, Nat. Commun. 7, 12588 (2016).

[58] Y. Zhou, Z. H. Peng, Y. Horiuchi, O. V. Astafiev, and J.
S. Tsai, Tunable microwave single-photon source based on
transmon qubit with high efficiency, Phys. Rev. Appl. 13,
034007 (2020).

[59] X. You, A. A. Clerk, and J. Koch, Positive-and negative-
frequency noise from an ensemble of two-level fluctuators,
Phys. Rev. Res. 3, 013045 (2021).

[60] L. Spietz, K. Lehnert, 1. Siddiqi, and R. Schoelkopf, Pri-
mary electronic thermometry using the shot noise of a
tunnel junction, Science 300, 1929 (2003).

[61] L. Wang, O.-P. Saira, and J. Pekola, Fast thermometry
with a proximity Josephson junction, Appl. Phys. Lett. 112,
013105 (2018).

[62] Z. Wang, M. Xu, X. Han, W. Fu, S. Puri, S. M. Girvin, H. X.
Tang, S. Shankar, and M. H. Devoret, Quantum microwave
radiometry with a superconducting qubit, Phys. Rev. Lett.
126, 180501 (2021).

[63] M. Scigliuzzo, A. Bengtsson, J.-C. Besse, A. Wallraff, P.
Delsing, and S. Gasparinetti, Primary thermometry of prop-
agating microwaves in the quantum regime, Phys. Rev. X
10, 041054 (2020).

[64] B. Albanese, S. Probst, V. Ranjan, C. W. Zollitsch, M.
Pechal, A. Wallraff, J. J. Morton, D. Vion, D. Esteve, and
E. Flurin ef al., Radiative cooling of a spin ensemble, Nat.
Phys. 16, 751 (2020).

[65] M. Mirhosseini, A. Sipahigil, M. Kalaee, and O. Painter,
Superconducting qubit to optical photon transduction,
Nature 588, 599 (2020).

[66] W. Hease, A. Rueda, R. Sahu, M. Wulf, G. Arnold, H.
G. Schwefel, and J. M. Fink, Bidirectional electro-optic
wavelength conversion in the quantum ground state, PRX
Quantum 1, 020315 (2020).

[67] X. Han, W. Fu, C. Zhong, C.-L. Zou, Y. Xu, A. Al
Sayem, M. Xu, S. Wang, R. Cheng, and L. Jiang et al.,
Cavity piezo-mechanics for superconducting-nanophotonic
quantum interface, Nat. Commun. 11, 3237 (2020).

[68] J. Johansson, P. Nation, and F. Nori, QuTiP 2: A Python
framework for the dynamics of open quantum systems,
Comput. Phys. Commun. 184, 1234 (2013).

[69] P. Welch, The use of fast Fourier transform for the estima-
tion of power spectra: A method based on time averaging
over short, modified periodograms, IEEE Trans. Audio
Electroacoustics 15, 70 (1967).

[70] R. Barends, J. Wenner, M. Lenander, Y. Chen, R. C. Bial-
czak, J. Kelly, E. Lucero, P. O’Malley, M. Mariantoni, and
D. Sank et al., Minimizing quasiparticle generation from
stray infrared light in superconducting quantum circuits,
Appl. Phys. Lett. 99, 113507 (2011).

[71] T. Tai, J.-N. Cai, and S. M. Anlage, Coherence Time
Enhancement of Interacting Two-Level Systems in Alu-
minum Superconducting Resonators, arXiv:2109.11742
(2021).

[72] S. Krinner, S. Storz, P. Kurpiers, P. Magnard, J. Heinsoo,
R. Keller, J. Liitolf, C. Eichler, and A. Wallraff, Engineer-
ing cryogenic setups for 100-qubit scale superconducting
circuit systems, EPJ Quantum Technol. 6, 2 (2019).

[73] B. Yurke and J. S. Denker, Quantum network theory, Phys.
Rev. A 29, 1419 (1984).

[74] C. W. Gardiner and M. J. Collett, Input and output in
damped quantum systems, Phys. Rev. A 31, 3761 (1985).

[75] H. J. Carmichael, Statistical Methods in Quantum Optics 1
(Springer-Verlag, Berlin, Heidelberg, 1999).

020305-16


https://doi.org/10.1038/s41534-021-00367-5
https://doi.org/10.1103/PhysRev.100.703
https://doi.org/10.1103/PhysRevLett.111.093602
https://doi.org/10.1088/1367-2630/abbd6e
https://doi.org/10.1103/PhysRevLett.110.150502
https://doi.org/10.1103/PhysRevLett.121.157701
https://doi.org/10.1557/mrs.2013.229
https://doi.org/10.1038/nmat4126
https://doi.org/10.1038/ncomms12588
https://doi.org/10.1103/PhysRevApplied.13.034007
https://doi.org/10.1103/PhysRevResearch.3.013045
https://doi.org/10.1126/science.1084647
https://doi.org/10.1063/1.5010236
https://doi.org/10.1103/PhysRevLett.126.180501
https://doi.org/10.1103/PhysRevX.10.041054
https://doi.org/10.1038/s41567-020-0872-2
https://doi.org/10.1038/s41586-020-3038-6
https://doi.org/10.1103/PRXQuantum.1.020315
https://doi.org/10.1038/s41467-020-17053-3
https://doi.org/10.1016/j.cpc.2012.11.019
https://doi.org/10.1109/TAU.1967.1161901
https://doi.org/10.1063/1.3638063
https://arxiv.org/abs/2109.11742
https://doi.org/10.1140/epjqt/s40507-019-0072-0
https://doi.org/10.1103/PhysRevA.29.1419
https://doi.org/10.1103/PhysRevA.31.3761

	I.. INTRODUCTION
	II.. SYSTEM AND MODEL
	III.. QUBIT SPECTROSCOPY AND POWER SPECTRUM DENSITY
	IV.. HEAT TRANSPORT AND WORK
	V.. NOISE SPECTROMETER
	VI.. DISCUSSION AND CONCLUSION
	. ACKNOWLEDGMENTS
	. APPENDIX A: MEASUREMENT SETUP
	. APPENDIX B: QUASIPARTICLES AND TWO-LEVEL SYSTEMS
	. APPENDIX C: NOISE ANALYSIS
	. APPENDIX D: MASTER EQUATION
	. APPENDIX E: REFLECTIVITY
	. APPENDIX F: POWER OUTPUT
	. APPENDIX G: POWER SPECTRAL DENSITY
	. APPENDIX H: THREE-LEVEL MASTER EQUATION
	. REFERENCES


<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /All
  /Binding /Left
  /CalGrayProfile (Dot Gain 20%)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile ()
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Warning
  /CompatibilityLevel 1.4
  /CompressObjects /Tags
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.0000
  /ColorConversionStrategy /LeaveColorUnchanged
  /DoThumbnails false
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams false
  /MaxSubsetPct 5
  /Optimize true
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo true
  /PreserveFlatness false
  /PreserveHalftoneInfo false
  /PreserveOPIComments false
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages false
  /ColorImageMinResolution 300
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Average
  /ColorImageResolution 300
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /ColorImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasGrayImages false
  /CropGrayImages false
  /GrayImageMinResolution 300
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Average
  /GrayImageResolution 300
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /GrayImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasMonoImages false
  /CropMonoImages false
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Average
  /MonoImageResolution 1200
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /PDFX1a:2003
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError false
  /PDFXTrimBoxToMediaBoxOffset [
    33.84000
    33.84000
    33.84000
    33.84000
  ]
  /PDFXSetBleedBoxToMediaBox false
  /PDFXBleedBoxToTrimBoxOffset [
    9.00000
    9.00000
    9.00000
    9.00000
  ]
  /PDFXOutputIntentProfile (None)
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /CreateJDFFile false
  /Description <<

    /BGR <>
    /CHS <FEFF4f7f75288fd94e9b8bbe5b9a521b5efa7684002000500044004600206587686353ef901a8fc7684c976262535370673a548c002000700072006f006f00660065007200208fdb884c9ad88d2891cf62535370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c676562535f00521b5efa768400200050004400460020658768633002>
    /CHT <FEFF4f7f752890194e9b8a2d7f6e5efa7acb7684002000410064006f006200650020005000440046002065874ef653ef5728684c9762537088686a5f548c002000700072006f006f00660065007200204e0a73725f979ad854c18cea7684521753706548679c300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c4f86958b555f5df25efa7acb76840020005000440046002065874ef63002>
    /CZE <>
    /DAN <>
    /DEU <>
    /ESP <>
    /ETI <>
    /FRA <>
    /GRE <>

    /HRV <>
    /HUN <>
    /ITA <>
    /JPN <>
    /KOR <FEFFc7740020c124c815c7440020c0acc6a9d558c5ec0020b370c2a4d06cd0d10020d504b9b0d1300020bc0f0020ad50c815ae30c5d0c11c0020ace0d488c9c8b85c0020c778c1c4d560002000410064006f0062006500200050004400460020bb38c11cb97c0020c791c131d569b2c8b2e4002e0020c774b807ac8c0020c791c131b41c00200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000410064006f00620065002000520065006100640065007200200035002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>
    /LTH <>
    /LVI <>
    /NLD (Gebruik deze instellingen om Adobe PDF-documenten te maken voor kwaliteitsafdrukken op desktopprinters en proofers. De gemaakte PDF-documenten kunnen worden geopend met Acrobat en Adobe Reader 5.0 en hoger.)
    /NOR <>
    /POL <>
    /PTB <>
    /RUM <>
    /RUS <>
    /SKY <>
    /SLV <>
    /SUO <>
    /SVE <>
    /TUR <>
    /UKR <>
    /ENU (Use these settings to create Adobe PDF documents for quality printing on desktop printers and proofers.  Created PDF documents can be opened with Acrobat and Adobe Reader 5.0 and later.)
  >>
  /Namespace [
    (Adobe)
    (Common)
    (1.0)
  ]
  /OtherNamespaces [
    <<
      /AsReaderSpreads false
      /CropImagesToFrames false
      /ErrorControl /WarnAndContinue
      /FlattenerIgnoreSpreadOverrides false
      /IncludeGuidesGrids false
      /IncludeNonPrinting false
      /IncludeSlug false
      /Namespace [
        (Adobe)
        (InDesign)
        (4.0)
      ]
      /OmitPlacedBitmaps false
      /OmitPlacedEPS false
      /OmitPlacedPDF false
      /SimulateOverprint /Legacy
    >>
    <<
      /AddBleedMarks true
      /AddColorBars false
      /AddCropMarks true
      /AddPageInfo true
      /AddRegMarks false
      /BleedOffset [
        9
        9
        9
        9
      ]
      /ConvertColors /NoConversion
      /DestinationProfileName ()
      /DestinationProfileSelector /NA
      /Downsample16BitImages true
      /FlattenerPreset <<
        /PresetSelector /MediumResolution
      >>
      /FormElements false
      /GenerateStructure true
      /IncludeBookmarks true
      /IncludeHyperlinks true
      /IncludeInteractive false
      /IncludeLayers false
      /IncludeProfiles false
      /MarksOffset 6
      /MarksWeight 0.250000
      /MultimediaHandling /UseObjectSettings
      /Namespace [
        (Adobe)
        (CreativeSuite)
        (2.0)
      ]
      /PDFXOutputIntentProfileSelector /NA
      /PageMarksFile /RomanDefault
      /PreserveEditing true
      /UntaggedCMYKHandling /LeaveUntagged
      /UntaggedRGBHandling /LeaveUntagged
      /UseDocumentBleed false
    >>
    <<
      /AllowImageBreaks true
      /AllowTableBreaks true
      /ExpandPage false
      /HonorBaseURL true
      /HonorRolloverEffect false
      /IgnoreHTMLPageBreaks false
      /IncludeHeaderFooter false
      /MarginOffset [
        0
        0
        0
        0
      ]
      /MetadataAuthor ()
      /MetadataKeywords ()
      /MetadataSubject ()
      /MetadataTitle ()
      /MetricPageSize [
        0
        0
      ]
      /MetricUnit /inch
      /MobileCompatible 0
      /Namespace [
        (Adobe)
        (GoLive)
        (8.0)
      ]
      /OpenZoomToHTMLFontSize false
      /PageOrientation /Portrait
      /RemoveBackground false
      /ShrinkContent true
      /TreatColorsAs /MainMonitorColors
      /UseEmbeddedProfiles false
      /UseHTMLTitleAsMetadata true
    >>
  ]
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [612.000 792.000]
>> setpagedevice


