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onic gold nanoparticles in a ZnO
layer enhanced the performance of inverted
organic solar cells based on an indacenodithieno
[3,2-b]thiophene-alt-5,5′-di(thiophen-2-yl)-2,2′-
bithiazole-based push–pull polymer†

Alemayehu G. Waketola,a Cathrine Pfukwa,b Pieter Neethling, b Gurthwin Bosman,b

Zewdneh Genene,d Ergang Wang, d Wendimagegn Mammo,c Fekadu G. Hone *a

and Newayemedhin A. Tegegne *a

Recently, plasmonic nanoparticles (NPs) have attracted considerable attention as good candidates for

enhancing the power conversion efficiency (PCE) of organic solar cells (OSCs) owing to their localized

surface plasmon resonance (LSPR). In this study, the effect of embedding colloidal gold nanoparticles (cAu

NPs) in the ZnO electron transport layer (ETL) on the PCEs of wide band gap polymer-based inverted OSCs

was investigated. The active layer was composed of a bulk heterojunction of conjugated polymer based on

indacenodithieno[3,2-b]thiophene and 5,5′-di(thiophen-2-yl)-2,2′-bithiazole PIDTT-DTBTz as a donor and

[6,6]-phenyl-C71-butyric acid methyl ester (PC71BM) as an acceptor. The PCE of the reference device was

improved by 22% when 10 wt% cAu NPs were embedded in the ZnO ETL. The short circuit current density

(JSC) and fill factor (FF) were the main photovoltaic parameters contributing to the PCE enhancement. An

improved absorption in the active layer due to the LSPR of cAu NPs as well as efficient exciton dissociation

and charge collection were found to be the reasons for the enhanced JSC while the increase in FF was

mainly due to the suppressed traps and improved conductivity of the ZnO layer by the NPs.
1 Introduction

Organic solar cells (OSCs) based on bulk heterojunctions of
electron-donating and accepting organic semiconductors have
been at the forefront of solar cell research in the past three
decades. The performances of OSCs have improved signicantly
and PCEs over 18% are regularly reported thanks to the inten-
sive effort made in the synthesis of novel polymers, small
molecules and device engineering.1–4 The efficiency in the
absorption of light by the active layer of OSCs has been one of
the focus areas in the synthesis of novel polymers and small
molecules to broadly harvest a large portion of the solar spec-
trum. However, since organic semiconductors have low carrier
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ESI) available: The absorbance and PL
electric eld dependent PL of
s under dark condition of the OSCs is
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the Royal Society of Chemistry
mobility, the thickness of the OSC devices is usually z100 nm
limiting the absorption of photons in the active layer. This
could be improved by using metal nanoparticles (NPs) that
endow a plasmonic enhancement and light trapping while
keeping the device thickness in the order of free charge carriers
diffusion length.5–8

Nanoparticles such as Ag, Au, Cu, and Al are the commonly
used plasmonic metal NPs to improve the photon harvest in
OSC devices.9–13 These NPs could improve the optical absorp-
tion of OSCs in several ways that including scattering of the
incident light that effectively increases its optical path length
and excitation of the LSPR that increases the strength of the
incident light around the materials.14–16 However, charge
recombination will occur when these NPs are used in the active
layer of OSC devices, which also limited their potential appli-
cation in the devices.17 Plasmonic enhancement in OSCs can be
achieved by embedding the NPs either in the electron transport
layer (ETL), hole transport layer (HTL), the active layer, or in
both in ETL and HTL.18–20 NPs embedded in the active layer can
also act as recombination centers by blocking the percolation
path of free charge carriers. Hence, a great deal of work has
been done to improve the performance of OSCs by embedding
NPs in ETLs/HTLs. Recently, we have reported a signicant
performance improvements in plasmonic devices by optimizing
RSC Adv., 2023, 13, 16175–16184 | 16175
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the concentration of Ag NPs in poly(3,4-
ethylenedioxythiophene):poly(styrene sulfonate) (PEDOT:PSS)
hole transport layer used in OSCs with normal geometry.13

Zinc oxide (ZnO) is a prominent ETL in inverted OSCs
because of its simplicity in synthesis, transparency, solutions
processability, compatibility with large-area fabrication tech-
niques, good conductivity, etc.21,22 Purohit et al. and others
recommended the use of ZnO buffer layer for thin lm solar cell
application due to its good morphological and electrical
properties.21–23 Since the conduction band of ZnO (−4.4 eV) is
below the lowest unoccupied molecular (LUMO) energy level of
the commonly used acceptor, PC71BM (−4.0 eV), electron
transfer is expected to proceed without signicant energy loss.
In addition, its valence band (−7.8 eV) is far below the
commonly used donor polymers blocking hole transfer into ITO
when used in an inverted geometry. Besides, it is more stable
when exposed to the environment unlike other buffers layer
such as PEDOT:PSS. However, the dangling bonds in the oxide
create traps that are responsible for recombination due to the
surface defects limiting its applications in optoelectronics.24,25

Doping, thermal treatment, and surface modications using
additives were some of the effective techniques used to decrease
the surface defects and increase the conductivity of ZnO. Small
NPs can also be embedded in the ZnO layer to improve the
surface morphology while endowing the active layer with
improved absorption due to their LSPR excitation.26 For
example ZnO in which Ag and Au NPs are embedded has been
used as ETL to improve the performance of polymer and PCBM-
based OSCs.27–29 However, this kind of ETL has found limited
use in OSCs based on blends of polymer and fullerene, espe-
cially under an inert atmosphere, to enhance the PCE. Thus, the
effect of embedding Au in ZnO on the performance of different
wide band gap polymer and fullerene blends processed in the
air needs to be further explored.

Wide band gap conjugated polymers such as poly(3-
hexylthiophene) (P3HT) suffer from lower absorption due to
their small absorption width. Plasmonic enhancement using
NPs that have resonance that matches with the absorption of
these wide band gap polymers can provide a facile route for the
improvement of their absorption.30,31 The bithiazole (BTz) unit
has been widely used to develop push–pull type wide band gap
polymers due to its weak electron-withdrawing ability, simple
and planar structure, and electron-decient nature.32,33 Our
group reported the synthesis and characterization of the wide
band gap push–pull polymer PIDTT-DTBTz based on the ladder-
type indacenodithieno[3,2-b]thiophene (IDTT) as a donor unit
and 5,5′-di(thiophen-2-yl)-2,2′-bithiazole as an acceptor unit.
The polymer showed high thermal stability with a decomposi-
tion temperature of 450 °C and a PCE of 4.35% when blended
with PC71BM.34 The polymer has a narrow absorption between
400 and 600 nm with an absorption maximum at 516 nm. Since
the absorption maximum of PIDTT-DTBTz matches well with
the resonance of small-size Au NPs (520–540 nm),35 its absorp-
tion can be improved by using such NPs which will lead to an
improved charge generation in the resulting OSC devices.

In this contribution, colloidal gold (cAu) NPs were embedded
in ZnO (ZnO:cAu (%)) with weight percentages of 0, 5, 10 and
16176 | RSC Adv., 2023, 13, 16175–16184
15%, to investigate the effect of the small-sized NPs both on the
electrical properties of the ETL and performance of inverted
OSCs. The polymer used in this study (PIDTT-DTBTz) is a wide-
band gap push–pull polymer, synthesized in our group to
effectively harness light absorption enhancement by the LSPR
of the cAu NPs.34 Inverted OSCs with a geometry ITO/ZnO:cAu
(%)/PIDTT-DTBTz:PC71BM/MoO3/Al were fabricated in
ambient conditions. The PCE of the reference device (3.74%)
was improved by 22%, when 10% cAu NPs were embedded in
the ZnO ETLs (4.56%). This performance enhancement is
mainly attributed to the increased JSC due to the improved
absorption by LSPR of cAu NPs, better charge transport in the
active layer, controlled surface defect and improved conduc-
tivity of ZnO layer, upon the incorporation of 10% cAu NPs.
Furthermore, the PCE of the device processed in air with
ZnO:cAu (10%) was slightly higher than the PCE of the device
fabricated in a N2-lled glove box with a conventional device
structure. Moreover, using cAu NPs embedded Zno ELT, a more
stable device could be fabricated, indicating a new direction for
the fabrication of air-processable OSCs with plasmonic gold
nanoparticles embedded for potential commercial application.
2 Experimental section
2.1 Preparation of cAu NPs and electron transport layer

cAu NPs were synthesized by a simple solution processing
method from stock solutions of gold(III) chloride trihydrate
(HAuCl4$3H2O) and sodium citrate(Na3C6H5O7). Before starting
the synthesis, the magnetic stirrer bar and glassware were thor-
oughly cleaned using aqua regia solution (HCl : HNO3 (3 : 1 v/v)),
and were thoroughly rinsed with distilled water and oven-dried to
avoid any contamination. In a 250 mL round bottom ask
attached to a condenser, a 25.4 mM solution of HAuCl4$3H2O
(125 mL) was boiled under vigorous stirring at 145 °C and
a 40 mM solution of sodium citrate (12.5 mL) was quickly added.
The solution was further stirred for an additional 10 min, until
the color of the mixture gradually changed to burgundy/maroon,
which conrmed the formation of cAu. The ZnO solution was
synthesized by modifying the procedure reported by Sun et al.36

Typically, a 0.52 M solution of ZnO was prepared by dissolving
zinc acetate dihydrate ((CH3COO)2$2H2O) in a mixture of 2-
methoxyethanol (10 mL) and ethanolamine (10 mL), which was
used as a stabilizer. The solution was stirred overnight vigorously
at room temperature in air. The synthesized cAu was then mixed
with the dispersed ZnO solution in a weight ratio of 0, 5, 10 and
15% under stirring at room temperature for 20 min to produce
ZnO electron transport layers in which cAu NPs were embedded.
2.2 Device fabrication and characterization

The OSCs containing a ZnO ETL buffer layer, in which
different wt% of cAu NPs were embedded, were fabricated with
the structure of indium tin oxide (ITO)/ZnO:cAu (%)/PIDTT-
DTBTz:PC71BM/molybdenum oxide (MoO3)/aluminum (Al). The
ITO-coated glass substrates were cleaned in a boiled soap
solution for 10 min, followed by rinsing and ultra-sonication in
deionized water, acetone, and isopropyl alcohol (IPA) for
© 2023 The Author(s). Published by the Royal Society of Chemistry
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10 min, respectively, followed by drying in an oven. Then, the
substrates were UV/ozone-treated for 30 min. The pristine and
ZnO:cAu (%) ETLs were produced by spin-coating the ZnO and
ZnO:cAu (%) solutions onto the pre-cleaned ITO-coated glass
substrates for 60 s at 3000 rpm followed by thermal annealing at
150 °C for 60 min, and slowly cooling to room temperature. The
active layer solutions were prepared by mixing PIDTT-DTBTz
and PC71BM (Fig. 1) in a 1 : 3 ratio in 1,2-dichlorobenzene at
a concentration of 25 mg mL−1 followed by 8 h of stirring at
room temperature.34 The PIDTT-DTBTz:PC71BM blend was spin
coated on top of the ETLs followed by drying at 100 °C for
10 min to get a 100 nm thick active layer. Finally, a 10 nm thick
MoO3 HTL followed by 100 nm thick Al, as top electrode, were
deposited under high vacuum using Edward Auto 306 thermal
depositor to cap the OSC devices. The area of the devices was
dened by a mask to be 0.07 cm2. The current–voltage (J–V)
characteristics of the OSC devices were measured using
Fig. 1 Molecular structure of PIDTT-DTBTz and PC71BM.

Fig. 2 (a) Absorption spectrum of cAu NPs, (b) schematic representatio
NPs, (c) TEM image of cAu NPs, and (d) the corresponding size distribut

© 2023 The Author(s). Published by the Royal Society of Chemistry
a Keithley 2400 source unit under simulated sunlight AM 1.5G
spectrum (100 mW cm−2) with solar simulator system model:
SS-50AA Japan, which was calibrated with a KG-5 Si diode.
Electron-only devices with a structure of ITO/ZnO/PIDTT-
DTBTz:PC71BM/LiF (lithium uoride)/Al, were fabricated to
investigate electron mobility in the devices.

2.3 Optical, electrical and morphological characterizations

The absorbances of cAu NPs and thin lms were measured using
an Edinburgh instruments DS5 UV-vis/NIR spectrometer at
a resolution of 2 nm. The photoluminescence (PL) spectra of thin
lms was carried out using a HORIBA FLUROMAX-4 spectrou-
orometer. Transmission electron microscopy (TEM) measure-
ment was carried out by using a JEOL JEM-1100 microscope
equipped with a tungsten thermionic gun operating at a 100 kV
accelerating voltage. Atomic force microscopy (AFM) measure-
ment was done at room temperature in tapping mode using HA-
NC A probe (12 Nm−1 force and 235 kHz resonant frequency). The
electrical conductivity measurements of the ZnO layer, with and
without cAu NP lms, prepared on ITO substrate were estimated
using two probe J–V measurement systems in dark conditions.

3 Result and discussion
3.1 Optical and morphological properties of cAu NPs

The absorption spectrum of cAu NPs depicted in Fig. 2(a)
reveals an absorption maximum at 524 nm corresponding to
n of LSPR excitation by electromagnetic field utilized from plasmonic
ions of cAu NPs.

RSC Adv., 2023, 13, 16175–16184 | 16177
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the excitation of LSPR of the synthesized cAu NPs.37 This exci-
tation created a standing resonance state when the wavelength
of the incident light was greater than or equal to the size of the
nanoparticles resulting in surface plasmon resonance as
sketched in Fig. 2(b). The interaction of an electromagnetic eld
with the collective electrons in cAu NPs served as the basis for
the formation of LSPR that can either enhance or scatter the
local electromagnetic eld.38 The shape of the cAu NPs was
found nearly spherical with an average diameter of 22.5 nm and
had relatively uniform size distribution as conrmed by their
TEM images shown in Fig. 2(c) and (d).
3.2 Optical and electrical properties of the ETL layer

The transmittance of an ETL plays a major role in determining
the performance of inverted OSC devices. The transmittance
spectra of pristine ZnO and ZnO:cAu (%), coated on glass
substrates (Fig. 3(a)), conrmed that all the ETLs had good
transmittance between 350 and 450 nm. Due to the absorption
of cAu NPs in the visible region, the transmittance of lms
made by the incorporation of cAu NPs slightly decreased with
increased concentration, while transmitting more than 73% of
the incident light, indicating that the incorporation of cAu NPs
Fig. 3 (a) Transmittance spectra and (b) electrical conductivity of ZnO
ETLs with and with out cAu (%).

16178 | RSC Adv., 2023, 13, 16175–16184
did not signicantly affect the light reaching the active layer of
the OSCs.39,40 The emission of ZnO:cAu (%) was also found to
increase with increasing wt% of cAu (Fig. S1†) further con-
rming the enhanced absorption that was responsible for the
reduced transmittance of ETLs as depicted in Fig. S2.† Similar
results were also reported when ZnO was doped with metals
such as manganese (Mn), nickel (Ni) and silver (Ag).41

The electrical conductivity (s) of the ETLs were determined
from the J–V measurement of ITO/ETL/Al stack using eqn (1)
and the values are summarized in Table 3.

s ¼ Gd

A
¼ Id

VA
¼ Jd

V
(1)

where G is conductance that is calculated from the slope of the
J–V curves shown in Fig. 3(b), the area (A) and thickness (d) of
the ETLs were 0.07 cm2 and 40 nm, respectively, J is the current
density and V is the corresponding bias voltage. The conduc-
tivities of the ETLs with 0, 5, 10 and 15% cAu NPs embedded in
ZnO were 0.96 × 10−5, 1.12 × 10−5, 1.17 × 10−5 and 1.13 × 10−5

S m−1, respectively, conrming an improved electrical conduc-
tivity up on embedding cAu NPs. A number of reports show that
defects in pristine ZnO lead to recombination.42 Reduced
defects with bio-mediated material and doping with aluminum
(Al) were reported to enhance conductivity.43,44 Hence the
improved conductivity in ZnO can be due to reduced defects on
ZnO surface that effectively reduce recombination of charge
carriers. The absorption spectra of the active layer lms made
from blends of PIDTT-DTBTz with PC71BM spin coated on
ZnO:cAu (%) ETL are shown in Fig. 4(c). The absorption of the
active layer in the region between 400 and 600 nm was found to
increase when the cAu NPs were embedded in the ZnO layers,
with the highest value obtained from the device containing 10%
cAu NPs. This can be due to the trapping of light by multiple
scattering by the NPs which increases the optical path length or
enhanced intensity in the incident light by LSPR of NPs.
According to Mie's theory, the extinction of the NPs is due to
both absorption and scattering.45 However, particles less than
100 nm do not have a signicant scattering effect.45 Hence, the
improved absorption in the active layer obtained when 10% cAu
NPs (diameter= 22.5 nm) were incorporated is due to the strong
electromagnetic eld generated around the NPs through LSPR.
This improvement is expected to have increased the exciton
generation which led to an improved short circuit current
density (JSC) in the OSCs devices.46
3.3 Photovoltaic properties

Inverted OSCs devices were fabricated from PIDTT-DTBTz
donor and PC71BM acceptor using pristine ZnO and ZnO:cAu
NPs (%) as ETL with a device geometry of ITO/ZnO:cAu
(%)/active layer/MoO3/Al (Fig. 4(a)). The J–V characteristics of
the reference and the plasmonic devices were recorded under
illumination with AM 1.5G light at 100 mW cm−2 (Fig. 4(d)). The
corresponding performance parameters of the devices fabri-
cated are summarized in Table 1. In the reference cell with
pristine ZnO, an open circuit voltage (VOC) of 0.70 V, a JSC of
12.72 mA cm−2, a FF of 41.36%, and a PCE of 3.73% was
© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 4 (a) Schematic diagram of device structure, (b) schematic of energy diagram, (c) absorbance spectra of active layer coated on pure ZnO
and ZnO embedded with different concentrations of cAu NPs and (d) J–V characteristics of inverted OSCs fabricated from pure ZnO and ZnO
embedded with different concentration of cAu NPs as ETL.

Table 1 Photovoltaic parameters of ITO/ZnO:cAu (%)/PIDTT-DTBTz:PC71BM/MoO3/Al OSCs

ZnO:cAu (%) VOC (V) JSC (mA cm−2) FF (%) PCEmax
a (%) Rs (U cm2)

0 0.70 12.72 41.36 3.73(3.62 � 0.20) 196.09
5 0.72 13.67 39.74 3.94(3.89 � 0.06) 279.23
10 0.71 14.83 43.02 4.56(4.51 � 0.05) 150.43
15 0.74 12.15 37.23 3.36(3.34 � 0.04) 360.72

a An average of four devices.
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obtained. A higher PCE of 4.56% was obtained when a 10% cAu
NPs were embedded in the ZnO layer. The JSC of the plasmonic
devices, increased when 5 and 10% cAu NPs were embedded in
the ZnO ETLs. However, further increase of the cAu NP (15%) in
the ZnO reduced the JSC to 12.15 mA cm−2 which was lower than
the reference device. Optimized plasmonic performance was
obtained when 10% cAu NPs were added in the ZnO ETL. In this
device both the JSC and FF increased from 12.72 to 14.83 mA
cm−2 and 41.36 to 43.02%, respectively, compared to the
reference cell, while the VOC exhibited negligible change.
© 2023 The Author(s). Published by the Royal Society of Chemistry
Consequently, the PCE increased from 3.73 to 4.56% revealing
amore than 22% increment. According to Usman et al., cAu Nps
embedded in ZnO enhanced PCE efficiency of inverted OSCs by
24%.28 The improved performance was mainly due to higher
absorbance caused by LSPR of the cAu NPs which directly
affected the JSC. The devices' FF decreased as resistance
increased, with the optimized device having the lowest value,
indicating that the 10% cAu NPs embedded in the ZnO layer
have reduced recombination losses. The increased conductivity
of the ETLs was also benecial for improved JSC, FF and PCE.
RSC Adv., 2023, 13, 16175–16184 | 16179
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The shelf-life of the reference and optimized plasmonic
devices was monitored for approximately 80 h, and the evolu-
tions of the PV parameters are shown in Fig. S5.† The device
with 10% cAu NPs embedded in ZnO outperformed the refer-
ence device in terms of stability, retaining 92.6% of its initial
PCE aer 80 h of ageing while the reference device retained just
over 82%. This demonstrates that cAu NPs can be employed as
a facile route to improve the stability of OSCs.
3.4 Surface morphology of ETLs

The surface morphologies of reference ZnO and ZnO:10% cAu
NPs were studied using atomic force microscopy (AFM), and the
obtained data were analyzed using the Gwyddion soware.
Fig. 7(a)–(d) shows plane and 3D views of the reference and ZnO
ETL lms in which 10% cAu NPs were embedded. The surface of
the pristine ZnO layer revealed large grain boundaries of ZnO
which were signicantly reduced when the 10% cAu NPs were
embedded as depicted in Fig. 7(a) and (c), respectively, reducing
the surface roughness from 6.87 nm in the pristine to 5.89 nm
in the optimized plasmonic device. This can be due to the
disruption of the grain formation of ZnO as the cAu NPs are
lling the gaps. The reduced surface defect is one of the reasons
for the improved JSC in ZnO-based OSCs in which 10% cAu NPs
were embedded. Similar reports also conrmed that improved
surface morphology of ZnO could increase the charge collection
efficiency that eventually increased the JSC.47–49
3.5 Charge generation and transfer kinetics

To interrogate the improvement in JSC and FF of the reference
device upon incorporation of cAu NPs in the ETL, the charge
generation and recombination of the reference and plasmonic
devices were investigated. The photo current generated in the
devices up on illumination (Jph) is dependent on the exciton
generation (G), the thickness (L) and exciton dissociation
probabilities P(E, T).50 Jph can be calculated from the differences
Fig. 5 (a) Jph vs. Veff for inverted OPV cells fabricated on pure ZnO ETL an
PL spectra of pristine donor polymer and active layer spin coated on pu

16180 | RSC Adv., 2023, 13, 16175–16184
of currents measured under illumination (JL) and the dark (JD)
i.e., Jph = JL − JD = qGmaxLP(E, T), where q is the elementary
charge and Gmax is the maximum exciton generation rate. The
dark current characteristics of the devices are depicted in
Fig. S3.† The plot of Jph against the effective voltage (Veff) can be
used to determine the charge generation and recombination in
the fabricated devices. The effective voltage is given as; Veff = Vo
− V, where Vo is the voltage, where Jph is 0 and V is the applied
voltage. The plot of Jph versus Veff of the devices fabricated with
the reference and ZnO in which cAu NPs were embedded is
given in Fig. 5(a). The Jph of the devices increased linearly in the
lower Veff followed by a region where the Jph started to saturate
at Jsat (saturation current).51 The saturation regions indicate that
the dissociation of excitons P(E, T) has reached close to 100%
and G to its maximum value, hence Jsat = qLGmax.52 The Jsat of
devices were found to be 14.31, 14.8, 15.80, and 13.51 mA cm−2

for the devices fabricated using 0, 5, 10, 15% cAu NPs embedded
in ZnO ETLs. The increased Jsat with 5 and 10% cAu NPs is the
direct result of the increased absorption in the active layer due
to the LSPR of the NPs that increased the exciton generation.
Despite the higher absorption of the device in which 15% cAu
NPs were embedded, the Gmax was lower than that of the
reference device. This could be due to the 10% reduced trans-
mittance by the higher concentration of the NPs in the ZnO ETL
as shown in Fig. 3(a).

Once the excitons are generated in the active layer, dissocia-
tion into free charges followed by percolation of free charges
towards their respective electrode proceeds before charges are
collected by the electrodes. The excitons that are generated in
PIDTT-DTBTz polymer are quenched by PC71BM as depicted in
the charge dynamics sketch in Fig. 4(b), making the charge
transfer at the donor/acceptor interface a crucial parameter for
efficient current generation. The exciton quenching efficiencies
(QEs) of the reference and plasmonic devices were investigated
using steady state PL spectroscopy (Fig. 5(b)). The QEs of the
plasmonic devices were found to be higher compared to the
d on ZnO embedded with different Concentrations of cAu NPs ETL (b)
re ZnO and ZnO embedded with different concentrations of cAu NPs.

© 2023 The Author(s). Published by the Royal Society of Chemistry
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Table 2 Charge generation and collection parameters of ITO/ZnO:cAu (%)/PIDTT-DTBTz:PC71BM/MoO3/Al OSCs

ZnO:cAu (%) QE (%) Jph (mA cm−2) Jsat (mA cm−2) Gmax × 1021 (s−1 cm−3)
P(coll)
(Jph/Jsat) (%)

0 82.11 12.72 14.31 11.21 88.93
5 87.17 13.67 14.80 11.50 92.40
10 90.49 14.83 15.80 12.32 93.90
15 82.7 12.15 13.51 10.51 88.90
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reference cell, with the highest value found to be 90.49% for the
ZnO in which 10% cAu NPs were embedded, conrming an
efficient charge transfer at the donor/acceptor interface (Table 2).
This efficient charge transfer can be due to an improved donor/
acceptor interface and/or lowered exciton binding energy by the
LSPR of the NPs. However, since the NPs were not embedded in
the active layer, an improved donor/acceptor interface can be
neglected. To elucidate the argument that the exciton binding
might have been lowered by the LSPR of cAu NPs, we measured
the electric eld-dependent PL of the polymer coated on ZnO
(polymer/ZnO:cAu NPs) as shown in Fig. S4.† The PL yield of the
polymer coated on ZnO:cAu (10%) was reduced by more than
27% while the reference has only decreased by less than 15% at
10 V biasing voltage conrming the lowering of exciton binding
energy due to the electromagnetic eld around the NPs.

Finally, the charge collection probability (Pcoll) of the
generated charge carriers which is the ratio of collected photon
current (Jph) to the saturation current (Jsat)53 in the devices was
calculated to determine the effect of cAu NPs on the current
generated (Table 2). The charge collection probability of the
reference cell was also improved from 88.93 to 93.90% in the
optimized plasmonic device. The enhancement is attributed to
the improved conductivity and the smoother surface
morphology of the ETL when the cAu NPs were embedded as
shown in Fig. 7(c and d).

The dark J–V of electron-only devices with device structure;
ITO/ZnO:cAu (%)/active layer/Al, were also measured to
Fig. 6 J–V characteristics of electron-only devices with the config-
uration of ITO/ZnO and ZnO:cAu NPs/active layer/LiF/Al.

© 2023 The Author(s). Published by the Royal Society of Chemistry
determine the effect of the cAu NPs on the charge mobility of
the devices. A space charge limited current (SCLC) model was
used to t the graph as shown in (Fig. 6 and Table 3). The charge
mobility m0 of the optimized plasmonic devices was found to be
1.04 × 10−4 cm2 s−1 V−1 while the reference device exhibited m0

= 9.20 × 10−5 cm2 s−1 V−1 consistent with the improved
conductivity and reduced surface defect in the ZnO layer when
cAu NPs were embedded. Consequently, the higher charge
mobility increased the JSC and FF of the plasmonic device.54
3.6 Charge recombination kinetics

Further understanding of the reasons behind the improved JSC
and FF can be obtained by looking closely into the charge
recombination kinetics in the device. In this regard, the
intensity-dependent JSC and VOC of the reference and optimized
plasmonic device were recorded and analyzed as shown in
Fig. 8(a) and (b) respectively. The JSC follows a power law
Fig. 7 Plane and 3D AFM images of (a) and (b) pristine (c) and (d) ZnO
ETLs 10% cAu NPs embedded.

Table 3 Space-charge-limited current mobility extracted from SCLC
fit and the conductivity of ZnO ETL films

ZnO:cAu (%) m0 (cm
2 V−1 s−1) × 10−4 s (S m−1) × 10−5

0 0.92 0.96
5 0.95 1.12
10 1.04 1.17
15 0.86 1.13

RSC Adv., 2023, 13, 16175–16184 | 16181
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Fig. 8 (a) Light intensity dependence of JSC and (b) VOC of devices without or with 10% cAu NPs in ZnO.
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dependence on light intensity i.e., JSC f Pa where P is the
intensity of incident light and a is an exponential factor
acquired by tting the slope of the JSC vs. P from double loga-
rithmic plot.55 At short circuit conditions, the bimolecular
recombination is minimal to sweep out all the generated charge
carriers and get maximum current. Therefore, the deviation of
a from 1 shows that bimolecular recombination of charge
carriers is present in the devices. The calculated a values of the
reference and device with ZnO:cAu NPs (10%) ETL were 0.931
and 0.972 respectively, conrming a weak bimolecular recom-
bination in the optimized plasmonic OSCs (Fig. 8(a)). The lower
bimolecular recombination in the optimized plasmonic OSCs is
consistent with its highest collection efficiency and FF. Since
the entire charge carrier generated in OSC recombine at the
open circuit condition of a device, VOC is highly sensitive to the
recombination kinetics of the devices Fig. 8(b). The slope of VOC
versus ln(P) is given as nkT/q, where k, T, and q corresponds to
the Boltzmann constant, temperature, and elementary charge,
respectively.56 The value of n is between 1 and 2 where 1 and 2
represent the bimolecular-only and monomolecular-only
recombination cases, respectively. The n values calculated for
the devices made on reference ZnO and ZnO:cAu NPs (10%) ETL
were 1.92 kT/q and 1.35 kT/q, respectively, indicating a highly
trap-assisted recombination is a dominant charge carriers in
the reference device's loss mechanism, while in the optimized
plasmonic device bimolecular recombination is dominant over
monomolecular recombination.57 This is consistent with the
higher exciton quenching efficiency of the optimized plasmonic
OSCs. The coarse morphology of pristine ZnO lled with defects
could act as trap states that led to trap-assisted recombination
in the reference devices.
4 Conclusions

To investigate the effect of cAu NP on the PCE of wide-band gap
polymer-based devices, inverted OSCs based on PIDTT-
16182 | RSC Adv., 2023, 13, 16175–16184
DTBTz:PC71BM active layer with and without plasmonic cAu
NPs embedded ZnO ETL were fabricated and investigated. The
PCE of the reference device had been enhanced by more than
22% aer the incorporation of 10 wt% cAu NPs in the ZnO layer,
owing to higher JSC and FF. The device's JSC increased mostly
due to better absorption in the active layer due to the LSPR of
cAu NPs, which was found to promote exciton generation.
Furthermore, the electromagnetic eld surrounding the NPs
was discovered to reduce exciton binding energy, improving
exciton quenching in the active layer and thus assisting the
charge photo-generation process, thus the JSC. When small-
sized cAu NPs were embedded into the ZnO surface, the
improved JSC and FF appeared to be related to the highly
improved morphology of the ZnO layer. Moreover, when cAu
NPs were embedded, the improved surface morphology
increased the conductivity of the ETL from 0.96 × 10−5 to 1.17
× 10−5 S m−1, owing to reduced ZnO defects that act as traps.
When compared to the reference device, the optimized plas-
monic device's charge carrier mobility and charge collection
efficiency increased from 9.20 × 10−5 to 1.04 × 10−4 (cm2 s−1

V−1) and 88.93 to 93.90%, respectively. In summary, it was
established that embedding cAu NPs in the ZnO ETL layer of
inverted OSCs based on PIDTT-DTBTz:PC71BM active layer
increased the PCE of the reference device due to the synergistic
effect of increased absorption, improved charge generation and
mobility, and reduced bi-molecular recombination. Further-
more, when cAu NPs are embedded in ZnO, the device's stability
is signicantly improved when compared to the reference
device. As a result, our work lays the door for a straightforward
approach to improving both PCE and life-time of OSCs.
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